O6J1ikoBa KapTKa [IiP

I. 3arasibHi BimOMOCTI

Jep>kaBHHH 00J1iKOBHI HOMep: 0222U003645

Jep>kaBHUHM peecTpaniliHUI HoOMep: 0119U000328

Oco06J1uBi TO3HAYKHU: Binkpura

JaTa peecrtpamnii: 11-05-2022

II. Etran BukoHnauus JiP
Homep eramny: 1

Ha3sBa eramy: Po3poGka gedopmariiitHo-TepMivHUX PEXKMUMIB IIPOKATKY Ta eKCTPY3ii KOMIIO3ULIHNX MaTepiais

Ha OCHOBI aJIIOMiHi€BUX CIJIABiB [1J11 MAIMHOOYAyBaHHS Ta BilIHOBJIIOBAHOI €HEPreTUKU
IToyaTok eramy: 01.2019
3akiH4YeHHs eTamy: 12.2021

Buz 3BiTHOrO AOKYMEHTA: OCTaTO4HMIA 3BiT

I11. BizomocTi npo BukoHaBus JIiP

IloBHe HaliMeHYBaHHS IOPUAUYHOI 0coou (a0o ITIB ¢izumyHOi 0c06H): HauionansHa meTanypriiina

akazeMis Ykpainu

Kopg 3a €IPIIOY: 02070766

Micue3Haxoa>KeHHS: 49600, m. [luinpo, nip. Farapina, 4
dopma BaacHoOCTI:

Cdepa ynpaBitiHHS: MiHictepcTBo OCBiTH i HayKu YKpaiHu
InenTudgikarop ROR: He zacrocosyerscs

Poamip opranisarii:

TenedoH: 380567454196, 380563748210

IV. BimomocrTi nnpo criiBBUKOHaBIIiB [IiP



V. BimomocrTi npo 3amoBHHKa [IiP

IloBHe HaliMeHYBaHHS IOPUIUYHOI 0coou (a6o ITIB ¢izuyHO0i 0c00H): MinicTepcTBO OCBiTH i HayKK

Ykpainu

Koz, 3a €EIPIIOY: 00027677

Micue3Haxoa KeHHs: 01135, m. Kuis, rip, ITepemoru, 10
dopma BaacHOCTI:

Cdepa ynpasiiHHS:

ImenTudikarop ROR: He zacrocoyerbcs

Poamip opranisanii:

TenedoH: 0442048428

VI. I>kepeJia, HanpsiMHu Ta oocsiru pinaHcyBaHHs JIiP

IlincraBa ojist npoBeaeHHs [iP: 34 - norosip (3aMOBJIEHHS) 3 IEHTPaTbHUM OPraHOM BUKOHABYOI BIajy,

akazemielo HaykK (TOJIOBHUMM PO3NOPSIHUKAMU OI0pKETHUX KOWITIB Ha TposefeHHs HIIJIKP)

Hampsam (l)iHchyBaHHﬂ: 2.2 - IpUKJIaHi AOCTiIKeHHS i po3pOOKU
I>kepesia piHaHCYBaHHS

7713 - KOWTH ep>KO0I0A KeTy

Kop, nporpamuoi kiaacudikarnii BuzaTKiB i KpeagurysBaHHs (KITKBK): 2201040

dakTuyHHi 06car ¢piHaHCyBaHHS (THC. rpH.): 1184.000




VII. BizomocrTi npo IiP
Ha3sBa po6oTH yKpaiHCBHKOIO:

Po3pobka gedopmaliiiHo-TepMidYHMX PEXKUMIB IIPOKATKY Ta €KCTPY3ii KOMIIO3ULIMHUX MaTepiasliB Ha OCHOBI

aJIIOMiHi€BUX CILJIABIB AJ1S1 MAIIMHOOYTyBaHHS Ta BiHOBJIIOBAHOI €HEPreTUKU

Ha3sBa po60oTH aHIJIiHCBHKOIO:

Development of deformation-thermal modes of rolling and extrusion of composite materials based on aluminum
alloys for mechanical engineering and renewable energy

Pedepar yKpaiHCBKOIO:

O6'eKT JOCIiKEHHS - IPOLeCH IJIAaCTUYHOI Jedopmaliii Tpu oTpuMaHHi Ta 06poOLi apyBaTHUX, APMOBAHUX
Marepiasis, a TAKOX 6iMeTasliB Ha OCHOBI a/IIOMiHiI€BUX CIJIaBiB METOJAMU ITPOKATKU Ta €KCTPY3ii. MeToro poboTu €
pPO3p0o6Ka HOBUX TEXHOJIOTi IIPOKATKY Ta €KCTPY3ii MapyBaTHX i1 apMOBAaHUX MaTepiasliB HA OCHOBI a/llOMiHi€eBUX
CIJIaBiB Ta CTaJii 3 perjaaMeHTOBaHUM PO3IIOJiIOM TOBIIMHY IIAPIB, @ TAKOXK 3 HEOOXITHNMU SIKICTIO (30Kpema,
MILIHICTIO) ix 3’elHaHHS Ta piBHEM BjIaCTUBOCTEN. JI0 OCHOBHMX 3aBJIJaHb IIPOEKTY CJIiJl BiiHECTH: po3pobKa
iHCTPYMEHTY [J1s1 IPOBELEHHS €KCIIEPUMEHTAIbHUX AOCIIIPKEHb; PO3p06Ka MaTeMaTUYHOI MOJIeli Ta afanTauis i
1151 [OCJIiIPKEHHS 0COOIMBOCTEN NPOLECiB 3BaPIOBAHHS TUCKOM, IIPOKATKU Ta €KCTPY3ii; OCIiIKEHHS BIUIUBY
TEXHOJIOTIYHUX [TapaMeTpiB 00paHUX MPOIeciB Ha JedhopMaliiio eJIeMEeHTIiB KOMITO3UTIB; TOCiKeHHSI SIKOCTI
3'€IHAHHS Ta MEXaHIYHUX BJIACTUBOCTEN KOMIIO3UTIB; OLliHKA CTalill PyHHYBaHHS KOMIIO3UTY IIiJl 4ac BUNPOOYBaHb;

pO3pobKa peKoMeHAAal ! mon0 peanidalii 3aIpornoHOBaHMX PO3POOOK y TPOMUCIIOBOCTI.

Pedepar aHIJIiHCBKOIO:

The object of research - the processes of plastic deformation in the production and processing of layered,
reinforced materials and bimetals based on aluminum alloys by rolling and extrusion. The aim of the work is to
develop new technologies for rolling and extrusion of layered and reinforced materials based on aluminum alloys
and steel with a regulated distribution of layer thickness, as well as the required quality (including strength) of
their connection and level of properties. The main objectives of the project include: development of a tool for
experimental research; development of a mathematical model and its adaptation to study the features of pressure
welding, rolling and extrusion; study of the influence of technological parameters of selected processes on the
deformation of composite elements; study of joint quality and mechanical properties of composites; assessment of
the stages of composite fracture during testing; development of recommendations for the implementation of
proposed developments in industry.

Inpekc YIK: 621.771.22:669.1, 621.77

Koau TeMaTHYHHX PyOPHK: 53.43.13

KepiBHHUKH po6OTH



VIII. HaykoBa (HayKoBo-TexHiuHa) npoaykuist (HTII)

Hazga HTII ykpaiHCBKOIO: nepopMauiiiHO-TEPMiYHi PEXXMMU IIPOKATKM Ta EKCTPY3ii KOMIIO3UIIiFHNX

MarepiasiB Ha OCHOBI aIIOMiHi€BUX CILJIaBiB

Ha3zpa HTII anriiicbKo0: deformation-thermal modes of rolling and extrusion of composite materials based

on aluminum alloys

HTII, sixy nepen6a4asiocsi CTBOPUTH:
IIpuunnn, yepe3s aki HTII He Gysi0 cTBOpeHO:
OTpHMaHi P€3yJabTaTH: Marepianu, MeTtoau, Teopii
FaJIy3b 3aCTOCYBaHHS. MamuHOOy/1yBaHHS
PeecTpaiifiHuii HOMep KapTKH T€XHOJIOT1i:

Onuc HTII: 3anpornonosano nedopmaniiiti Ta TEpMivHi pEKUMIY TO30BKHBOI IIPOKATKY aIIOMiHiEBUX mTAb 3
apMyI0u010 a3olo Ta KyTOBOI eKCTPy3ii mapyBaTux npodiiB Ha OCHOBI aJIlOMiHi€BUX CIIJIaBiB Ta cTasi. [IpoBeseHo
BiZ[IOBiJHI €eKCIIEPUMEHTAJIbHI Ta TEOPETUYHI JOCTiIKeHH. OTPMMAaHO PETPECiliHi 3a71€KHOCTI BIUIUBY
nedopmaliiiHux i TeMrepaTypHuX apameTpiB I1acTUYHOI Jedopmaliii Ha MexXy IJIMHHOCTI Ta MeXY MillHOCTI
aJIIOMiHiEBUX KOMIIO3UTIB, QpMOBAHUX CTAJIEBOIO CiTKOI. YTOUHEHO YsIBJIEHHS IIPO XapaKTep 3'€IHaHHS MiX
apMYIOUOIO CTAJIEBOIO CITKOIO Ta aJIOMiHi€BOIO MAaTpHULE0. BU3HaY€HO KOMILJIEKCHUH BIJIUB YMOB TE€PTSI HA KOHTAKTI
CTaJieBOi OCHOBY 3 MaTpULEIO Ta JIOKAJILHOTO Koe(illieHTy BUTSKKY Ha CTabisIbHICTh nepebiry rnpouecy 6i9Hoi
eKCTpy3ii Ta pyliHyBaHHs mapiB npodino. OTpUMaHO 3aJ1€5KHOCTI BIVIUBY (aKTOPIB I1pOLeCy KyTOBOTO IIPECyBaHHs
Ha Halpy>XeHO-1e(OPMOBAHUI CTaH Ta NapaMeTpu 30HU Jedopmalii. OTpuMany po3BUTOK YSIBJIEHHS IIPO

XapaKkTep pyMHYBaHHS apMOBAHUX Ta MapyBaTUX KOMITO3UTIB.

ConianbHO-eKOHOMIYHA cripsimoBaHicTh HTII: Cteopenns npuHumnoBo HOBOI mpoayKiii (Matepiasis,

TEXHOJIOTI} TOIO) J1s1 3a0€3MeYeHHs eKCIIOPTHOTrO IOTEHIialy Ta 3aMillleHHIO iIMIIOpTY
Bnyins HTII Ha moBKiJjis:
BnposagaskeHHs1 HTII: He snpoBamxeHo
ITpakTuyHa peasnizanis HTTI
ITouaToK eTamy:
3aKiHYeHHs eTaly:
Crnio>KuBavi NPOAYKILii: MeranypriiiHi Ta MamnHOGYAiBHI miznpruemcrsa
IlepcnieKTHBHI pUHKH: €C, Asig, CIIIA
XapakTep cniBpoOiTHHIITBA 3 iHBECTOPOM
IToTpiOHUI 00CAT iHBECTHILiH, THC. TPH.:
IIpaBa, 0 HaAIOTHCS iHBECTOPY MiCJIsA 3aBEpPIIEHHSI POOOTH:
HasaBHicTb Oi3Hec-1JIaHY:
TexHiKO-€eKOHOMiYHe OOrpyHTYBaHHSI:
IloTeH1iaIbHUIE 0OCST IIPOJASKY, THC. TPH..
OuikyBaHHI TepMiH OKYIHOCTi (pPOKiB):

JopaTtkoBa iHdpopmamist:
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(k.T.H., 05.03.05)

Bobyx Onexkcangp CeprifioBuy
(k. T. H., 05.03.05)

I'apanny O0piit IOpiitoBuy
I'punin Onekcannp FOpiioBuy
(7. . H., 05.03.05)

3annena Tergna OsekciiBHa

Kapnos B'siuecsnaB Bosiogumuposny
(k. T. H., 05.03.05)

Konosozos JImutpo Bonognmuposuy
(x.T.H., 05.03.05)

Kpemnes Bonogumup €BreHoBud
(k.T.H., 05.14.06)

Kysbpmina Osibra MuxaiisiBHa
(k. T. H., 05.03.05)

Maiimyp Ipuna BayecnasiBHa
MakeeBa I'anna CepriiBHa

MenBeneB Muxaio IBaHOBUY
(m.T.H., 05.03.05)

Hocko Makcum [BaHOBUY
Onexkcienko AHToHiHa PenopiBHa
[Iporpax KOpin CepriftoBuy

(7. . 1., 05.16.02)

[Ticoupka AHacracis CepriiBHa
CuBam Bacuib IBaHOBUY
Cob6onesa TersiHa OpiiBHa

®posoB SIpocnas BikropoBuy
(1. T. H., 05.03.05)

@pimaH €BreH MuxaiinoBuy

(k. T.H.)

BignoBigasbHUMH 3a HiATOTOBKY

00JIIKOBHX JOKYMEHTIB

[Iponpak IOpint CepriitoBuy
I. T. H., 05.16.04

['ynano Onena B'suecnaBiBHa



Tenedpon +38 (067) 297-49-62

PeectpaTtop

KepiBnuKk Bigginy YKpIHTEI, mo €

BiZITIOBiZAaIBHUM 3a peecTpallilo HayKoBoi ::gpgkifgjqf
(pO¥ o

e

JisiIbHOCTI




