O6J1ikoBa KapTKa [IiP

I. 3arasibHi BimOMOCTI

Jep>kaBHHH 00J1iKOBHI HOMep: 0213U000911

Jlep>KaBHHH peecTpaliliHui HoMep: 0112U002775

Oco06J1uBi TO3HAYKHU: Binkpura

JaTa peecrtpaunii: 26-04-2013

II. Etran BukoHnauus JiP
Homep eramny: 1

Ha3sBa eramny: Po3poGneHHs }pisnKko-XiMi4HIX OCHOB (OpMYBaHHS PyHKLIOHATPHUX IIOKPUTTIB 3 MepeXifHIMU
IVPy3iHUMU IapaMu PETJIaMeHTOBAaHYX [1IAPAMETPIiB Ha TATAHOBUX CIIaBaX IPU HACUYEHHI 3 KOHTPOJIbOBAHUX

ra30BUX CE€PEOBUII]
IloyaTok eramy: 01.2012
3akiH4YeHHs eTamy: 12.2012

Bup, 3BiTHOr0 JOKYMEHTA: [IpoMiXHMIA 3BiT

I11. BinomocTi npo BukoHaBus JIiP

IloBHEe HaMEHYBaHHS IOPHIAHYHOI 0coou (a6o ITIB ¢izsmuHO0i 0c00H): Disnko-MexaHidHMIT IHCTUTYT
im. I.B. Kapnenka HAH Ykpainu

Kopg 3a €IPIIOY: 03534506

Micue3Haxoa KEeHHSI:

dopma ByracHOCTI:

Cdepa ynpaBiiHHS: HaujonanbHa akazemis HayK YKpainu
InenTudikarop ROR: He zacrocosyerscs

Poamip opranisanii:

Tenecbou: 2633088, 2649427

IV. BizomocrTi npo cniBBUKOHaBLiB JIiP



V. BimomocrTi npo 3amoBHHKa [IiP

IloBHe HaliMeHyBaHHS IOPHAHYHOI 0coou (a6o ITIB PpizuuHO0i 0c06H): HaujoHanbHa akasemis Hayk

Ykpainu

Kopg 3a €EIPIIOY: 00019270

Micue3HaxoaKeHHS: ByJI. Bononumupceka, 54, M. Kuis, KuiBcbka 061, 01030, Ykpaina
dopma BaacHOCTI:

Cdepa ynpaBiriHHS: HaujoHanbHa akazemist HayK YKpaiHu

ImenTudikarop ROR: He zacrocoyerbcs

Poamip opranisanii:

Tenedon: 380442396594

VI. I>kepeJia, HanpsiMHu Ta oocsiru pinaHcyBaHHs JIiP

IlincraBa ojist npoBeaeHHs [iP: 34 - norosip (3aMOBJIEHHS) 3 IEHTPaTbHUM OPraHOM BUKOHABYOI BIajy,

akazemielo HaykK (TOJIOBHUMM PO3NOPSIHUKAMU OI0pKETHUX KOWITIB Ha TposefeHHs HIIJIKP)

Hampsam (l)iHchyBaHHﬂ: 2.1 - pyHIaMeHTabHI JOCIIIPKEHHS
I>kepesia piHaHCYBaHHS

7713 - KOWTH ep>KO0I0A KeTy

Kopg, nporpamuoi kinacudikanii BupaTkis i KpegurysaHHs (KITKBK): 6541030

dakTHyHHi 06car ¢piHaHCYBaHHS (THC. IPH.): 596.803
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TUTAHOBUX CILIABIB 3 METOIO IX BUKOPUCTAHHS [JIs [1ap TEPTS MiABULIEHOI OBrOBiYHOCTI

Ha3sBa po60oTH aHIJIiHCBHKOIO:

Investigation of thermal diffusion saturation of controlled gas environments of high two-phase titanium alloys to
be used for friction pairs of high durability

Pedepar yKpaiHCBKOIO:

BusHnaueHi KiHeTUYHi MapaMeTpu NpoLecy a30TyBaHHs ABodasHUX TUTaHOBUX cilaBiB BT6, BT22 Ta T110 B
nianasoni remrepatyp 800...900 °C. BctaHOBIEHO KOPEALiNHI 3aJIE)KHOCTI MK PIBHEM IIOBEPXHEBOIO 3MilJHEHHS
Ta TEKCTYPOIO [IOBEPXHEBOro HiTpuay ciiasis BT6, BT22 ta T110. [Toka3ano, mo nis ciuiaBy BT22 B gianasoHi
temnepatyp 800...900 °C B3aemoyis 6eta-(asu 3 a30TOM KOHTPOJIIO€E GeTa-anbda [IepeTBOPEHHS, BIVIUBAIOYX Ha
Ivy3iiiHi Ipoliecyu a3oTy BIMO TUTAHOBOI MaTpuLi. Bniepiue gociigkeHo CTpyKTypHO-(a3zoBuil cTaH Ta Gpiznuko-
XiMiYHI XapaKTepUCTUKU IIPUIIOBEPXHEBUX 3MIlIHEHUX LIapiB ABO(A3HOIO TUTAHOBOTO ciulaBy T110 micys

TEPMOANPY3ifHOrO a30TyBaHHS B IIMPOKOMY TEMIIEPATYPHO-4YACOBOMY Ta KOHLEHTPALiiHOMY Jliania3oHi.

Pedepar aHI1iliCHKOIO:

Kinetic parameters of nitriding two-phase titanium alloys VT6, VT22 and T110 in the temperature range 800 ... 900
° C were determined. Correlation between the level of surface hardening and surface texture nitride alloys VT6,
VT22 and T110 has been set. It is shown that for VT22 alloy in the temperature range 800 ... 900 ° C beta-phase
interaction with nitrogen controls beta-alpha transformation, affecting diffusion processes deep titanium oxide
matrix. Structural and phase state and physical-chemical characteristics of surface hardened layers of two-phase
titanium alloy T110 thermal diffusion after nitriding in a wide temperature and time and concentration range was
investigated first.
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