O6J1ikoBa KapTKa [IiP

I. 3arasibHi BimOMOCTI

Jep>kaBHHH 00J1iKOBHI HOMep: 0312U003333
Jep>kaBHUH peecTpauiliHUI HOMeEP: 01070000948
Oco06J1uBi TO3HAYKHU: Binkpura

JaTa peecrtpamnii: 28-03-2012

II. Etran BukoHnauus JiP

Homep erany: 3

Ha3sBa eramy: MarxitoonTuyti B1acTUBOCTI
IToyaToK eramy: 01.2009

3akiHyeHHs eTamy: 12.2009

Bupz 3BiTHOTO AOKYMEHTA: [IpOMIXKHUIA 3BiT

I11. BizomocTi npo BuKoHaBus JIiP

IloBHe HaliMEeHYBaHHS IOPHUAHUYHOI 0cooH (a60 ITIB ¢izmyHOi 0c00H): Diznko-TexHIYHMI IHCTUTYT

HU3bKUX TeMIieparyp iM. b.I.Bepkina
Kopg, 3a €IPIIOY: 03534601
Micue3HaxoaKeHHS:

dopma ByracHoOCTI:

Cdepa ynpaBiriHHS: HaujonasnbHa akaziemis HayK YKpaiHu

Inentudikarop ROR: He zacrocosyerbcs
Po3mip opranisamii:

Tenedon: (057) 340-22-23

IV. BimomocrTi nipo ciiBBUKOHaBIIiB [IiP



V. BimomocrTi npo 3amoBHHKa [IiP

IloBHe HaliMeHyBaHHS IOPHAHYHOI 0coou (a6o ITIB PpizuuHO0i 0c06H): HaujoHanbHa akasemis Hayk

Ykpainu

Kopg 3a €EIPIIOY: 00019270

Micue3HaxoaKeHHS: ByJI. Bononumupceka, 54, M. Kuis, KuiBcbka 061, 01030, Ykpaina
dopma BaacHOCTI:

Cdepa ynpaBiriHHS: HaujoHanbHa akazemist HayK YKpaiHu

ImenTudikarop ROR: He zacrocoyerbcs

Poamip opranisanii:

Tenedon: 380442396594

VI. I>kepeJia, HanpsiMHu Ta oocsiru pinaHcyBaHHs JIiP

IlincraBa ojist npoBeaeHHs [iP: 34 - norosip (3aMOBJIEHHS) 3 IEHTPaTbHUM OPraHOM BUKOHABYOI BIajy,

akazemielo HaykK (TOJIOBHUMM PO3NOPSIHUKAMU OI0pKETHUX KOWITIB Ha TposefeHHs HIIJIKP)

Hampsam (l)iHchyBaHHﬂ: 2.1 - pyHIaMeHTabHI JOCIIIPKEHHS
I>kepesia piHaHCYBaHHS

7713 - KOWTH ep>KO0I0A KeTy

Kopg, nporpamuoi kinacudikanii BupaTkis i KpegurysaHHs (KITKBK): 6541030

dakTuyHHi 06csar ¢piHaHCYBaHHS (THC. TPH.): 463




VII. BizomocrTi npo IiP
Ha3sBa po6oTH yKpaiHCBHKOIO:

HusbkoTemnepaTypHi MarHiTHi B1aCTUBOCTI pPyCTPOBAaHUX CHUIIBHOKOPEIbOBAHMX HU3bKOBUMIPHUX MarHeTHKIB

Ha3zBa po060TH aHIJIiHCHKOIO:

Low temperature properties of frustrated strongly correlated low dimensional magnets

PedepaT ykpaiHCbKOIO:

BuBueHO PamaHOBCKOE pO3CiloBaHHS CBiTJa y JBOMipHOi S = 1 kBaHTOBIi cniiHOBIl cucTtemi Ni5(Te3)4ClI2 .
BusnaueHo yactotu i cumeTpis GOHOHHUX MOJI. . [ToKa3aHo, 10 , HAsBHICTb B KpUcTaiai Mn2P2S6 marHiTHUX
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The Raman light scattering in twodimensional S = 1 quantum system Ni5(Te3)4CI2 was studied. .The symmetry and
frequencies of phonon modes was determinated. It is shown that the presence of translationaldefects in crystal
Mn2P2S6 leads to a one-dimensional magnetic disorder and, consequently a broad absorption band at a frequency
below homogeneous resonance and is proof of the observed peaks due to internal modes domen boundaries.
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