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I. 3arasibHi BimOMOCTI

Jep>kaBHUH 00J1iIKOBHIH HOMeP: 0213U002706

Jep>kaBHUH peecTpaniliHUI HOMeP: 0110U000197

Oco06J1uBi TO3HAYKHU: Binkpura

JaTa peecrtpamnii: 05-02-2013

II. Etran BukoHnauus JiP
Homep eramny: 1

Ha3sBa eramny: ®isuko-ximiuHi 3akoHOMIPHOCTI GOPMYBaHHS MAaKpO- Ta MIKpPO fedeKTiB B CCTeMax Ha OCHOBI
CdTe

IToyaTok eramy: 01.2010
3akiH4YeHHs eTamy: 12.2012

Buz 3BiTHOrO AOKYMEHTA: OCTaTO4HMIA 3BiT

I11. BizomocTi npo BukoHaBus JIiP

IloBHe HaliMeHYBaHHSI IOPUAUYHOI 0coou (200 ITIB ¢izuyHOi 0c00H): YepHiBenbkuii HaliOHATBHMI

yHiBepcuTeT iMeHi lOpis PenpkoBuya

Kopg 3a €IPIIOY: 02071240

Micue3Haxoa KeHHS:

dopma BaacHoOCTI:

Cdepa ynpaBiriHHS: MiHicTepCTBO OCBiTH i HAyKH, MOJIOZ Ta COpTy YKpaiHu
InenTudgikarop ROR: He zacrocosyerscs

Poamip opranisarii:

Tenedon: 584708

IV. BimomocrTi nnpo criiBBUKOHaBIIiB [IiP



V. BimomocrTi npo 3amoBHHKa [IiP

IloBHe HaliMeHYBaHHS IOPHAHYHOI 0coou (a6o ITIB PizuuyHO0i 0cO6H): IHCTUTYT eHEPrO36EPEKEHHS

Ta EHEeproMeHeKMEHTY HallioHalIbHOrO TeXHIYHOro yHiBepcuTeTy YKpainu "KuiBcbkuii [TosniTexHiyaui Incturyt”
Kog, 3a €IIPIIOY: 00027677

Micue3Haxoa KeHHS: np. [lepemoru 37, M. Kuis, Kuis, 03056, Ykpaina

dopma BaacHOCTI:

Cdepa ynpaBiriHHS: MiHicTepcTBO OCBIiTH i HAayKu YKpaiHu

ImenTudikarop ROR: He zacrocoyerbcs

Poamip opranisanii:

TenedoH: 0442048428

VI. I>kepeJia, HanpsiMHu Ta oocsiru pinaHcyBaHHs JIiP

IlincraBa ojist npoBeaeHHs [iP: 34 - norosip (3aMOBJIEHHS) 3 IEHTPaTbHUM OPraHOM BUKOHABYOI BIajy,

akazemielo HaykK (TOJIOBHUMM PO3NOPSIHUKAMU OI0pKETHUX KOWITIB Ha TposefeHHs HIIJIKP)
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dakTHyHu# 00csr ¢piHaHCyBaHHs (THC. rpH.): 300




VII. BizomocrTi npo IiP
Ha3sBa po6oTH yKpaiHCBHKOIO:

dizuko-xiMiyHi 3aKkOHOMipHOCTI GOPMYBaHHS Makpo- Ta MiKpo AedeKTiB B cucTreMax Ha ocHoBi CdTe

Ha3sBa po6oTH aHIJIilICbKOIO:

Physicochemical regularities of macro- and micro-defects formation in the systems on the CdTe base

PedepaT ykpaiHCbKOIO:

BcTaHOBJIEHO NOMiHYIOYi TOUKOBI Ae(EKTH B KPUCTAIAX KafiMill LIUHK TeJIypULy; po3p0o0JI€HO METOIVKY YCYHEHHS
BKparuieHb 2-0i ¢pasu 3 kpucranis CdTe /Cd(Zn)Te; BUusABIEHO BILIUB CIIOCOOY OXOJIOIPKEHHS HA CTPYKTYPHI Ta
enekTpuyHi Bnactusocti CdTe/Cd(Zn)Te; nociinkeHo BIJIMB WIBUAKOCTI 3MiHM TUCKY nnapu Cd Ha napameTpu
ToIIeHHs Ta kpucranizauii CdTe B i30TepMiuHUX YMOBax IIPOBEJIEHHS €KCIIEPUMEHTY; BUBHAYEHO MEXIi iCHyBaHHS
TMOJIIPYIOYMX, HETIOJIPYIOUMX Ta CEJIEKTUBHUX CKJIAMIIB PO34YMHIB; BCTAHOBJIEHO MEXaHi3M B3a€MO/Iii BKa3aHUX
HaIMiBIPOBIIHUKOBUX CIIOJIYK i3 pO3YMHAMU PO3POOJIEHNUXK TPAaBUIIbHUX KOMITO3ULLiii; BCTAHOBJIEHO, 1O I1if] BIVINBOM
MAarHiTHMX I10JIiB 3pOCTA€ BUXiJl Ta BiZITBOPIOBAHICTb peakliiii 3apoAKOYTBOPEHHS Ta (POTOCTUMYJILOBAHOIO

IO3piBaHHS JeKaedPUYHAX HAHOYACTHHOK CPibiia i3 cepeHiM po3Mipom ~60 HM.

Pedepar aHIJIiHCBKOIO:

Dominant point defects in the Cd(Zn)Te single crystals were determined, the method of 2nd phase inclusion
elimination from these crystals was developed, the influence of PCd changes of cooling rate on Cd(Zn)Te electrical
and optical properties were investigated; the composition limits of polished, unpolished and selective etchants
were determined; the interaction mechanism of semiconductors and etchant solutions were studied; the yield and
reproducibility of Ag dodecahedron nanoparticles (~60 m) under magnetic field synthesys were increased.

Ingexkc YIK: 544, 546.48

Koau TeMaTHYHHX PYOPHK: 31.15
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BueHe 3BaHHS:

InenTudikarop ORCID ID:

JopaTrkoBa iHdpopmamnist:



VIII. HaykoBa (HayKoBo-TexHiuHa) npoaykuist (HTII)

HaszBa HTII yKpaiHCBKOIO: MeToquKky 3MeHIEHHS PO3MIPY Ta IyCTMHM BKJIIOYEHb 2-0i (ha3u B KpuCTasax a

ocHoBi CdTe

Ha3zpa HTII anrsiiicbKo10: Method of 2nd second phase inclusion size and density decreasing in CdTe
crystals

HTII, sixy nepen6a4asiocsi CTBOPUTH:

IIpuunnn, yepe3s aki HTII He Gysi0 cTBOpeHO:

OTpuMaHi pe3yJIbTaTH: HayKOBi CTATTI

l'any3s 3acTocyBaHHs: K 73.10.1[locifKeHHs i pO3POGKHM B rastysi IPUPOAHUYMK HAYK
PeecTpaiifiHuii HOMep KapTKH T€XHOJIOT1i:

Omnuc HTII: Orpumani MeToauku 10BOJISIIOTE BUPOGIISITH CTPYKTYPHO-LOCKOHAJI MaTepianu 6e3 Buanmux B [4
MiKpPOCKOII BKJIOUEHb 2-0i (a3u kpucTamuiB Ha ocHOBi CdTe 3a paxyHOK CKOPO4€EHHSI 4acy TEPMOOOPOOKH i
CKOPOYEHHS 4aCy HaCTYIIHOT'O OXOJIO[KEHHSA B KBap1j0BYy aMITyJly IOMIIal0Th HABAXKKY KaJMilo i 3pa3oK
moHokpucrany CdTe , amnysly BaKyyMylOTb i IOMIIIAIOTh Y Mi4 B 06J1aCTh BUCOKOTEMIIEPATYPHOTO I1JIATO
(T3pazka=1100 K, Tkaamio=1070 K), BUTpUMYIOTb 2-4 TOAUHMU, MICJIs1 YOTO MiY OXOJIOAXKYIOTh 3i MBUAKICTIO 5 K/XB.

3a IOTIOMOTOI0 TEPMOPETYJIATOPA.
CouiasibHO-eKOHOMIYHA cipsimoBaHicTh HTII:
Bnius HTII Ha moBKiJj1s:
BrnpoBaaykenHss HTII: Bnposamxeno
ITpakTnyHa peasnisanis HTII
IToyaTok eramy: 2012
3aKiHYeHHs eTamy:
Cno>kuBayi npo,uyKuii': Crynentu BH3, HaykoBuj, iHcTuTyTt HAHY
IlepcneKTHBHI PUHKH: YkpaiHa
XapakTep cniBpOOIiTHHIITBA 3 iIHBECTOPOM
IToTpiOHMII 06CAT iHBECTHILiH, THC. TPH.: 0
IIpagBa, 10 HaAAIOTHCS iIHBECTOPY MicJIsA 3aBEPIIEHHS POOGOTH:
HasiBHicTb Gi3Hec-mjIaHy: Hi
TexHiKO-€eKOHOMiYHE OOrpyHTYBaHHSI. Hi
IToTeHUiaILHUM 00CAT IPOAAXKY, THC. TPH.: 0
OuiKyBaHHI TepMiH OKYIHOCTI (POKiB): -

HoparkoBa iHdpopmawist: --
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KepiBHHK I0pHAHYHOI 0COOH
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