O6J1ikoBa KapTKa [IiP

I. 3arasibHi BimOMOCTI

Jep>kaBHHH 00J1iKOBHI HOMep: 0212U005720

Jep>kaBHUH peecTpauiliHUI HOMeP: 0111U007104

Oco06J1uBi TO3HAYKHU: Binkpura

JaTa peectpamnii: 26-12-2012

II. Etran BukoHnauus JiP
Homep eramny: 1

Ha3sBa eramny: JlocnifxeHHs YMOB BIOCKOHaIEHHS MOP(}OJIOTii HAHOKPUCTAIIYHIX YACTUHOK IOPOLIKIB CKIIAy

(Rel-xEux)203.(Re=Lu,Y) y nponeci HU3bKOTEMIIEPATYPHOTO CUHTE3Y
IToyaTok eramy: 07.2011
3akiH4YeHHs eTamy: 12.2012

Buz 3BiTHOrO AOKYMEHTA: OCTaTO4HMIA 3BiT

I11. BizomocTi npo BukoHaBus JIiP

IloBHe HaliMeHYBaHHSI IOPUAHUYHOI 0co0H (abo ITIB ¢izuyuHOi 0c00H): IncTUTyT MOHOKpHUCTaNiB HAH
YKpainu

Kopg 3a €IPIIOY: 00210217

Micue3Haxoa KeHHS:

dopma BaacHoOCTI:

Cdepa ynpaBiiHHS: Haujonanbna akaziemist Hayk Ykpainu

InenTudgikarop ROR: He zacrocosyerscs

Poamip opranisarii:

Tenedon: (057) 340-93-43

IV. BimomocrTi nnpo criiBBUKOHaBIIiB [IiP



V. BimomocrTi npo 3amoBHHKa [IiP

IloBHe HaliMeHyBaHHS IOPHAHYHOI 0coou (a6o ITIB PpizuuHO0i 0c06H): HaujoHanbHa akasemis Hayk

Ykpainu

Kopg 3a €EIPIIOY: 00019270

Micue3HaxoaKeHHS: ByJI. Bononumupceka, 54, M. Kuis, KuiBcbka 061, 01030, Ykpaina
dopma BaacHOCTI:

Cdepa ynpaBiriHHS: HaujoHanbHa akazemist HayK YKpaiHu

ImenTudikarop ROR: He zacrocoyerbcs

Poamip opranisanii:

Tenedon: 380442396594

VI. I>kepeJia, HanpsiMHu Ta oocsiru pinaHcyBaHHs JIiP

IlincraBa ojist npoBeaeHHs [iP: 34 - norosip (3aMOBJIEHHS) 3 IEHTPaTbHUM OPraHOM BUKOHABYOI BIajy,

akazemielo HaykK (TOJIOBHUMM PO3NOPSIHUKAMU OI0pKETHUX KOWITIB Ha TposefeHHs HIIJIKP)

Hampsam (l)iHchyBaHHﬂ: 2.1 - pyHIaMeHTabHI JOCIIIPKEHHS
I>kepesia piHaHCYBaHHS

7713 - KOWTH ep>KO0I0A KeTy

Kopg, nporpamuoi kinacudikanii BupaTkis i KpegurysaHHs (KITKBK): 6541030

dakTHyHHi 06car ¢piHaHCYBaHHS (THC. IPH.). 24




VII. BizomocrTi npo IiP

Ha3sBa po6oTH yKpaiHCBHKOIO:

JocninKeHHs] yMOB BIOCKOHAJIEHHSI MOp(oJIorii HAHOKPUCTAIYHMX YaCTUHOK ITopokiB ckaany (Rel-xEux)203,
(Re=Lu,Y) ynpoueci HU3bKOTEMIEPATyPHOTO CUHTE3Y

Ha3sBa po60oTH aHIJIiHCBHKOIO:

Investigation of the conditions to improve the nanocrysnalline particles morphology of the (Rel-
xEux(203,(Re=Lu,Y) prowders by low-temperature synthesis

Pedepar yKpaiHCBKOIO:

BcraHosnieHo ymoBu ¢popmysanHs npekypcopa Lu0,95Eu0,05(OH)(CO3) 4H20, sikuii BUCTYIA€ B SIKOCTi TEMILJIaTH
Ta B IIpOLieCi Bifjnaay Mpu3BOAUTD 10 GOPMYBaHHS CJ1a60arJoMepoBaHUX i30METPUYHUX MOHOKPUCTAIIUHUX
gactuHOK (Lu0,95Eu0,05)203 piameTpom 55HM. YIOCKOHATIEHO METO/, OTPUMAaHHs MOHOAMCIIepcHUX cdep R203;
Eu3+ (R= Lu,Y), o 03BOJIMIIO PO3LIMPUTH PO3MIpHUIA Iiania3oH onepKyBaHux cdep Big 40HM 1o 400HM.
Pedepar aHr1ilicbKOIO:

Established were the conditions of the creation of the precursor Lu0.95Eu0.05(OH)(CO3)4 H20 used in the
capacity of template and leading to the formation of weakly agglomerated isometric single-crystalline particles
(Lu0.95Eu0.05)2 O3 with a diameter of 55 n in the process of annealing.. The method for the obtaining of
monodispersed particles R2Z03:Eu3+ (R=LU, Y) was improvd.. That allowed to widen the range of the sizes of the
obtained spheres from 40 to 400 nm.

Inpexc YIK: 621.396.6:658.562; 621.396.66, 548.512:546.719'661'21-022.532
Koau TemaTHYHHUX PYOPHK: 47.13.35

KepiBHUKH po6OTH

BiacHe IlIpizBuie Im'a I1o-6aThKOBI: [lynina Hapis Auzpiisaa
HaykoBHH CTyIiHb:

Buene 3BaHHS:

InenTudikarop ORCID ID:

JoparkoBa indopmamist:



VIII. HaykoBa (HayKoBo-TexHiuHa) npoaykuist (HTII)

Haszsa HTII ykpaiHCBKOIO: Hanokpucrasiyni nopomku ckaazy (Rel-x R2x)203 (R1-Lu,Y; R2-La, Eu, Nd) y 80X

Mop¢oJoriynux ¢popmax

Hazpa HTII aHri#icbKo¥0: Nanocrysnalline (Rel-x R2x)203 (R1-Lu,Y; R2-La, Eu,Nd) powders
HTII, sixy nepezn6ayasiocsi CTBOPUTH:

IIpuunnmu, yepe3s aki HTII ne 6ysi0 cTBOpeHoO:

OTpumaHi pe3yJbTaTH:

l'asmy3b 3acTocyBaHHs: 73.10.0

PeecTparifiHuii HOMep KapTKH T€XHOJIOT1i:

Omnuc HTII: Onepskano isomerpuyni MoHOKpUCTaiuHi HaHOYacTUHKY (Lul-x Eux)203 i3 cepennim miameTpom
70-80 uM, nucnepciero 3a po3mipamu <15% Ta ciabkolo araomepatielo. OfepkaHo MOHOPO3MipHi Me30TOpUCTi
chepu (Y1-xLax)203, (Y1-xEux)203, (Y1-xNdx)203 3 giameTpom B gianasoni 40-400 HM (po3mip mip 2-3HM i 35-45
HM; IOPUCTICTh 3aJIeKUTh BiJl AiameTpy, i mocsarae~50% 11 mianazony niametpiB 250-400 HM)

ConiaibHO-eKOHOMIYHA cnpssmoBaHicTe HTII:

Bnyins HTII Ha moBKiJjs:

Bnposaaskennss HTII: He snposamxeno

ITpakTuyHa peasnisaniss HTTI
IToyaToK eramy: 2012
3aKiHYeHHs eTamy:

Crno>KuBavi NPOAYKILii: pisuka

IlepcrieKTHBHI PUHKH: Vkpaina, CHI'

XapakTep cniBpoOiTHHIITBA 3 iHBECTOPOM
IToTpiOHUI 00CAT iHBECTHILiH, THC. TPH.:
IlpaBa, 0 HaAAIOThCS iHBECTOPY MiCJIsA 3aBEPLIEHHSI POOOTH:
HasaBHicTb 0i3Hec-IJIaHY:
TexHiKO-€eKOHOMiYHe OOrpyHTYBaHHS.
IToTeH1iaIbHU O0OCST IIPOJASKY, THC. TPH..
OuikyBaHHI TepMiH OKYIHOCTI (pPOKiB):

HJonaTkoBa iHdopmaris:

IX. Bi6siorpadiuyHuii onuc

N.A.Dulina et.al.Synthesis and characterization of the crystalline powders on the basis of Lu203:Eu3+spherical
submircron-sized particles/ /J.Europ.Ceram.Soc.-2010.-V30.-P.1717; 2.N.A.Dulina et.al. Comparison of dispersants
performan on the suspension Lu203:Eu3+stability and high-density compacts jn their basis// Ceram.Internat.-
2011.-V.37.-P.1645



X. 3aKJIlI0YHi BiTOMOCTI
KepiBHHK I0pHAHYHOI 0COOH
IlepeJtik 0Cci0O-BHKOHABIIiB
€pmornaesa IOnig BonogumupiBHa

MartBieeBcbKa HioHina AHaToJstiiBHa

BignoBigasibHuUI 3a MiATOTOBKY

00JIIKOBHX JOKYMEHTIB
Tenedon

PeecTpaTtop

KepiBuuk Bigzainy YKpIHTEI mo €
BiZINOBiZaJIbHUM 32 peeCTpallilo HayKOBOi

OisIIBHOCTI

[TysikoB BsiuecsiaB Muxannosud




