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I. 3arasibHi BimOMOCTI

Jep>kaBHUH 00J1iKOBHI HOMeEP: 0220U000397
Jep>kaBHUH peecTpauiliHUI HOMeP: 0117U000856
Oco06J1uBi TO3HAYKHU: Binkpura

JaTa peecrtpamnii: 05-02-2020

II. Etran BukoHnauus JiP

Homep eramny: 1

Ha3sBa eramy: Po3poGieHHs: METO/y IIPUCKOPEHOrO TECTYBaHHS CTaHy [PKepeJ CTPYMY IIPOTSTOM X eKCITyaTaii
IToyaToK eramy: 01.2017

3akiHyeHHs eTamy: 12.2019

Bupz 3BiTHOTO AOKYMEHTA: OCTaTOYHUM 3BIT

I11. BizomocTi npo BuKoHaBus JIiP

IloBHe HaliMeHYBaHHS IOPHUIUYHOI 0coou (a6o ITIB ¢izuyHOi 0c00H): Mixsinomue BinzineHHs

eJIeKTpOoXiMiqHOI eHepreTku HAH Ykpainu

Kopg 3a €IPIIOY: 21590307

Micue3HaxoaKeHHS:

dopma ByracHoOCTI:

Cdepa ynpaBiriHHS: HaujonasnbHa akaziemis HayK YKpaiHu
Inentudikarop ROR: He zacrocosyerbcs

Po3mip opranisamii:

Tenedomn: (044) 225 2127

IV. BimomocrTi nipo ciiBBUKOHaBIIiB [IiP



V. BimomocrTi npo 3amoBHHKa [IiP

IloBHe HaliMeHyBaHHS IOPHAHYHOI 0coou (a6o ITIB PpizuuHO0i 0c06H): HaujoHanbHa akasemis Hayk

Ykpainu

Kopg 3a €EIPIIOY: 00019270

Micue3HaxoaKeHHS: ByJI. Bononumupceka, 54, M. Kuis, KuiBcbka 061, 01030, Ykpaina
dopma BaacHOCTI:

Cdepa ynpaBiiHHS: [Ipesuais HauioHanbHoi akagemii Hayk YKpainu
ImenTudikarop ROR: He zacrocoyerbcs

Poamip opranisanii:

Tenedon: 380442350981

VI. I>kepeJia, HanpsiMHu Ta oocsiru pinaHcyBaHHs JIiP

IlincraBa ojist npoBeaeHHs [iP: 34 - norosip (3aMOBJIEHHS) 3 IEHTPaTbHUM OPraHOM BUKOHABYOI BIajy,

akazemielo HaykK (TOJIOBHUMM PO3NOPSIHUKAMU OI0pKETHUX KOWITIB Ha TposefeHHs HIIJIKP)

Hampsam (l)iHchyBaHHﬂ: 2.2 - IpUKJIaHi AOCTiIKeHHS i po3pOOKU
I>kepesia piHaHCYBaHHS

7713 - KOWTH ep>KO0I0A KeTy

Kopg, nporpamuoi kinacudikanii BupaTkis i KpegurysaHHs (KITKBK): 6541030

dakTHuHHi 06car ¢piHaHCYBaHHS (THC. IPH.): 1497




VII. BizomocrTi npo IiP
Ha3sBa po6oTH yKpaiHCBHKOIO:

Po3po6s1eHHS METOly TPUCKOPEHOIO TECTYBAHHSI CTaHY JXKEpeJl CTPyMY IIPOTAroM ix eKcruyaTaii

Ha3sBa po6oTH aHIJIilICbKOIO:

Creation of the methods for express testing of power sources for their operation

Pedepar yKpaiHCBKOIO:

O6'eKT gocigkeHHs - (i3KO-XiMi4YHi Ta €JIeKTPOXiMiuHi BJTACTUBOCTI MEPBUHHMUX Zn-Mn XiMiYHUX IKEpeJI CTPyMyY
1P €JIEKTPUYHMX, TEPMIYHHUX Ta MEXaHIYHNAX HABAHTKEHHSIX. [IpeiMeT NOCiI>)KeHHS - EPBUHHI Zn-Mn XiMivHi
I)KepeJsia CTPyMy Ta METOIM TeCTYBaHHs iX (i3sMKO-XiMiUHUX Ta eJIeKTPOXiMiuHUX BlacTUBOCTEN. MeTa poboTH -
PO3pO6JIEHHS] METOMY IPUCKOPEHOTO TECTYBaHHSI MaJIOrabapUTHUX IPKEPEJI CTPYMY, @ TAKOXK CTBOPEHHS
PEKOMeHalliil o0 Nifdopy Ta B3aEMO3aMiHHOCTI MaIorabapuTHUX IKEPeJl CTPYMY, 30KPEMa, 1J1s JKUBJIEHHS
€JIEKTPOHHOI anapatypu. MeTony LOCHiIpKeHHs - aTOMHO-abcopOLifiHNil, GOTOMETPUIHUH, IOTEHL[iOMETPUYHUM,
CIIEKTPOCKOIIis €JIeKTPOXiMiYHOTO iMIIe[IaHCy, €JIEKTPOHHA MiKpOCKOIIisl, peHTreHo(da30Buil aHaii3. B po6oTi
IIPOBEIEHO NOCIiIKEHHS BIUIMBY CTPYMOBUX, TEMIIEPATYPHUX Ta MEXaHIYHUX HABAHTA)KEHb Pi3HOTO CTYIIEHS Ha
€JIEKTPUYHI Ta €JIEKTPOXiIMiYHI ITapaMeTPY KOMEPLUINHUX NIEPBUHHYX IpKepesl CTpyMy. [Io0piBHANILHMM aHali30M
IaHUX CTaHJAPTHUX BUIIPOOYBaHb Ta CIIEKTPIB €JIEKTPOXiMIYHOTO iMIIeIaHCy 3 BUKOPUCTAHHAIM MaT€MaTUYHOTO
arapary ApiOHMX NOXiTHUX IJ1s1 onucy GOPMYBaHHS IUCIEPCii EMHOCTI HAa MEXi eJIeKTPOJ,/€JIEKTPOJIIT JOBEAEHO
MO>KJIMBICTb 6i/IblIl KOPEKTHOTO OLIiHIOBaHHSI CTAHy Npalle3aTHOCTI MEPBUHHUX XiMIYHUX IpKepesl cTpyMy. Hagano
peKOMeHallil 10 BUKOPUCTAHHS pe3ynbTaTiB HIIP B BOCTII)KEHHIX HE3BOPOTHUX 3MiH y XIMIYHUX IKepesiax
ctpymy. Pesynbrat HIP peKOMEHIOBAHO 10 BIIPOBAIKEHHS B XiMiKO-TexHOJ0TiYHOMY Biggimi [TAT "HTK

"EnleKkTpoHIIpuiIan’.

Pedepar aHIJIiHCBKOIO:

The object of study is the physicochemical and electrochemical properties of the primary Zn-Mn chemical current
sources at electrical, thermal and mechanical loads. The subject of the study is the primary Zn-Mn chemical
current sources and methods of testing their physicochemical and electrochemical properties. The purpose of the
work is to develop a method of accelerated testing of small-scale current sources, as well as to create
recommendations for the selection and interchangeability of small-scale current sources, in particular, for
powering electronic equipment. Research methods - atomic absorption, photometric, potentiometric,
electrochemical impedance spectroscopy, electron microscopy, X-ray phase analysis. The influence of current,
temperature and mechanical loads of varying degrees on the electrical and electrochemical parameters of
commercial primary power sources is investigated. Comparative analysis of standard test data and electrochemical
impedance spectra using a mathematical apparatus of small derivatives to describe the formation of the dispersion
of the capacitance at the electrode / electrolyte boundary proved the possibility of a more accurate assessment of
the state of operation of the primary chemical current sources. Recommendations are made for the use of R&D
results in studies of irreversible changes in chemical current sources. The results of the research and development
are recommended for implementation in the chemical and technological department of PJSC "STC" Electron
Appliance ".

Ingekc YIK: 620.1; 620.179, 620+544

Koau TemaTHYHHUX PyOpHK: 81.09.81

KepiBHHKH po6oOTH

Biacue IlpizBuuie Im's I10-0aThbKOBI: Kupuios Cearocnas Oiekcanaposuy

HaykoBuii CTyIiHb:



BuyeHe 3BaHHA:
InenTudikarop ORCID ID:

JoparkoBa iHdpopmamnist:

VIII. HaykoBa (HayKoBo-TexHiuHa) npoaykuist (HTII)

Ha3zga HTII yKpaiHCBKOIO: MeTo/ IPUCKOPEHOTO TECTYBAHHS MAJIOTabapUTHUX JUKEPEI CTPYMY;
peKkoMeHpalii moao nigbopy Ta B3aeMO3aMiHHOCTI MaslorabapUTHUX JKepesl CTPYMY, 30KPEMa, [71s1 SKUBJIEHHS

€JIEKTPOHHOI anaparypu.

Hassa HTII aHr1ificbKOI0: The method of accelerated testing of small-scale power sources;
recommendations for selection and interchangeability of small-scale power sources, in particular, for powering
electronic equipment.

HTII, sixy nepezn6ayasiocsi CTBOPUTH:

IIpuunnmn, yepe3s saki HTII ne 6ysio cTBOpeHoO:

OTpumaHi pe3yJbTaTH:

l'anmy3b 3acTocyBaHHs: 73.10.0 [locimkeHHs i pO3POOKH B rajysi IpUPOJHUYMX TA TEXHIYHUX HayK
PeectpanifiHuii HOMep KapTKH TEXHOJIOTIi:

Omnuc HTII: Meron npuckopeHOro TecTyBaHHs MajorabapuTHUX IKEPETI CTPYMY, IKUUIL TI0JISATa€ Y MPOBE/IEHHI
HEPYHHIBHOIO KOHTPOJIIO i3 3aCTOCYBaHHSIM BUMIPIOBaHb €JIEKTPOXIMIYHOTO iMIleIaHCy. PekoMeHjanii momo

nifgbopy Ta B3aeMO3aMiHHOCTI MajlorabapuTHUX JKepeJl CTPYMY, 30KpeMa, J1J1s XUBJIEHHS €JIEKTPOHHOI anlapaTypu.
ConiasibHO-eKOHOMIYHA cupsimoBaHicTs HTII:
Bnsiue HTII Ha mOBKiJjIS:
BnposagskeHHst HTII: He snpoBamxeHo
IIpakTnyHa peasnisanis HTII
IToyaTok eramy: -
3aKiHYeHHS eTamy:
Crnio>KuBavi NpOAyKILii: -
IlepcneKTHBHI PUHKHU. -
XapakTep cniBpOOiTHHIITBA 3 iHBECTOPOM
IloTpiOHM 006CST iHBECTHILiM, THC. TPH.:
IIpaBa, 10 HaAAIOTHCS iIHBECTOPY MicCJIsA 3aBEpPLIEHHS POOOTH:
HasaBHicTb Oi3Hec-1JIaHY:
TexHiKO-€eKOHOMiYHe OOrpyHTYBaHHSI:
IloTeH1iaILHUE 0OCAT IIPOJASKY, THC. TPH..
OuiKkyBaHHI TepMiH OKYIHOCTi (POKiB):

JopaTtkoBa iHpopmamnist:



IX. Bi6sriorpadiuHuii onuc

X. 3akJ1I04Hi BiZOMOCTI
KepiBHHK IOPHANYHOI 0COOH
IlepeJtik 0Cci0O-BHKOHABILiB
boituyk Onekcangp Branucnasosud
Kupusnos Cesarocias OsekcaHgpoBUY
Open Bonopgyumup IaBnoBuy
[lepmnna Karepuna JIMutpiBHa

[lTep6aTiok IBaH MuxanaoBu4

BignoBigasibHuUI 3a HiATOTOBKY

00JIIKOBHX JJOKYMEHTIB
Tenedpon

PeecTparop

KepiBHuKk Bigginy YKpIHTEI, mo €
BiZIOBiZaJIbHUM 32 peecTpallilo HayKOBOi

OisIIBHOCTI

Kupuos CesrocnaB OneKcaHipoBrUY




