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I. 3arasibHi BimOMOCTI
Jep>kaBHUH 00J1iIKOBHH HOMeP: 0213U004868
Jep>KaBHHH peecTpaliliHui HoMep: 0112U004899
Oco06J1uBi TO3HAYKHU: Binkpura

JaTa peecrtpauii: 26-12-2013

II. Etran BukoHnauus JiP
Homep eramny: 1

Ha3sBa eTamny: [IpoBecTu JOCTIIPKEHHS Ta PO3POOUTY METO/IMKY Ha BUIIPOOYBAHHS 3aXMCHUX Ta BiJJHOBJIIOIOUMX

CKJIaJIiB 1171 acaibTOOETOHHUX IIOKPUTTIB (TEXHOJIOTISI IPOCOYEHHS acPaibTOOETOHY)
IToyaTok eTamy: 09.2012
3akiHyeHHs eTamy: 12.2013

Buz 3BiTHOrO AOKYMEHTA: OCTaTO4HMIA 3BiT

I11. BizomocTi npo BukoHaBus JIiP

TloBHe HaliMEeHYBaHHS IOPHAHYHOI 0coou (a6o ITIB pizuuyHOi 0cO6H): epskasHe ninnprueMcTBO

"[lep>kaBHUM LOPOKHIN HAYKOBO-ZOCiAHMI iIHCTUTYT iMeHi M. I1. Illynbrina”
Kopg 3a €IPIIOY: 03450778

Micue3Haxoa KeHHS:

dopma BaacHoOCTI:

Cdepa ynpaBiriHHS: [lepkaBHa Ciryk6a aBTOMOGIBHUX DOPIr YKpainu
InenTudgikarop ROR: He zacrocosyerscs

Poamip opranisarii:

TenedoHn: (044) 456-34-15

IV. BimomocrTi nnpo criiBBUKOHaBIIiB [IiP



V. BimomocrTi npo 3amoBHHKa [IiP

IloBHe HaliMeHYBaHHS IOPHIHYHOI 0coou (a6o ITIB izn4yHO0i 0CO0H): [epkaBHe areHTCTBO

aBTOMOOINIbHUX AOpIr YKpainu

Kog, 3a EIPIIOY: 37641918

Micue3Haxoa KeHHS: sy QiskyabTypy, 6y7. 9, M. Kuis, Kuiscbka 061., 03150, Vkpaina
dopma BaacHOCTI:

Cdepa ynpaBiriHHS: KaGiser MiicTpis YkpaiHu

ImenTudikarop ROR: He zacrocoyerbcs

Poamip opranisanii:

Tenedomn: 287-74-81

VI. I>kepeJia, HanpsiMHu Ta oocsiru pinaHcyBaHHs JIiP

IlincraBa ojist npoBeaeHHs [iP: 34 - norosip (3aMOBJIEHHS) 3 IEHTPaTbHUM OPraHOM BUKOHABYOI BIajy,

akazemielo HaykK (TOJIOBHUMM PO3NOPSIHUKAMU OI0pKETHUX KOWITIB Ha TposefeHHs HIIJIKP)

Hampsam (l)iHchyBaHHﬂ: 2.2 - IpUKJIaHi AOCTiIKeHHS i po3pOOKU
I>kepesia piHaHCYBaHHS

7713 - KOWTH ep>KO0I0A KeTy

Kopg, nporpamuoi kinacudikarnii BuzaTkis i KpeauryBaHHs (KIIKBK): 3111020

dakTHyHHi 00car ¢piHaHCYBaHHS (THC. TPH.): 128




VII. BizomocrTi npo IiP
Ha3sBa po6oTH yKpaiHCBHKOIO:

[TpoBecTu JoCifKeHHs Ta PO3POOMTH METOAUKY Ha BUIIPOOYBAHHS 3aXMCHUX Ta BiJIHOBJIIOIOUUX CKJIAMiB OJIs1

ac¢anbTOOETOHHUX IIOKPUTTIB (TEXHOJIOTISI IPOCOYEHHS acabTOOETOHY)

Ha3sBa po60oTH aHIJIiHCBHKOIO:

Fulfil research and work out methods of testing of protective and recuperative compositions for asphalted
concrete pavements (technology of bituminous concrete impregnation)

Pedepar yKpaiHCBKOIO:

O6'eKT HOCIIiIKEHHS - METOAMKA BUIIPOOYBAaHHS MaTepiasiB [ IpocoyeHHs achanbrodbeTony. [Ipeamer
IOCJiIKEeHHS - TiApOi30JII0I04i Ta BiTHOBIIIOIOUI MaTepiany 1J1s1 IPOCOYEHHS acPaibTOOETOHY. MeToau NoCiiKeHb
- BUnpo6yBaHHs acanbTOOETOHHUX 3Pa3KiB Ha BOJOHACUYEHHS], BU3HAYEHHS TPYIIOBOTO CKIaay GiTyMiB,
BH3HaUYeHHs KoeilieHTy 3uerieHHs acasibTOOETOHHOIO OKPUTTS. MeTa BUKOHAHHS JOCTiIKeHb - OL[iHKa
BIUJIMBY TiZIPOi30JII0I0UMX Ta BiJHOBJIIOIOYMX MaTepiasiB Ha (i3suKO-MexaHiyHi 1I0Ka3HUKU acPasibTOOETOHY -
3MEHIIeHHS BOJOHACUYEHHS, BiHOBJIEHHS BJIACTUBOCTEMN 3icTapeHoro 6iTyMy i acanbTobeToHy. Po3pobka
NIOKA3HUKIB OLiHKM e()EeKTUBHOCTI 3aCTOCYBaHHS MaTepiaiB AJ1s MPOCOYeHHs acPaabTOOETOHIB, IPOBELEHHS

J1a60paTOPHUX Ta [10JIbOBUX BUIIPOOYBaHb.

Pedepar aHIJ1iHCBKOIO:

Object of research is techniques of testing materials for the treatment of asphalt. Subject of research is
waterproofing and restoration materials for the treatment of asphalt. The research methods include testing
asphalt specimens for water saturation, determination of type content of bitumen, determination of grip
coefficient of asphalt pavement. The purpose of the research is assessment of waterproofing and restoration
materials impact on physical and mechanical properties of asphalt, reducing water saturation, recovery of
properties of aged bitumen and asphalt; development of indicators to assess the efficacy of asphalt treatment
materials application, laboratory and field tests performance.

Ingexc YIK: 625.7/.8, 625.731

Koau TemaTHyHHUX pyOpHK: 73.31.11

KepiBHUKH po6oTH

BiacHe IIpizBume Im'sa I1o-6aTbKOBI: Kymnip Onekcanap BosoauMuposuy
HaykoBH# CTyIiHb:

Buene 3BaHHS:

InenTudikarop ORCID ID:

JonmaTkoBa iHpopmalist:



VIII. HaykoBa (HayKoBo-TexHiuHa) npoaykuist (HTII)

Hazsa HTII ykpaiHCBKOIO: MeToauKa BUNIPOGYBaHHS TigpOi30II0I0MX Ta BiIHOBIIIOIOYMX MATEPIaIiB 115

IIpOCOYEHHS ac(PasibTOOETOHHOTO TOKPUTTS

Hazpa HTII aHrsiiicbKoOI0: Test procedure of waterproofing and restoration materials for the treatment of

asphalt pavement "

HTII, sixy nepen6a4asiocsi CTBOPUTH:
IIpuunnn, yepe3s aki HTII He Gysi0 cTBOpeHO:
OTpuMaHi pe3yJIbTaTH: METOMKA

l'asy3p 3aCTOCYBaHHS: [I0POKHS rajy3b
PeecTpanifiHuii HOMep KapTKH TE€XHOJIOTIi:

Omnuc HTII: Pspo6ena i 3aTBeppkeHa MeTOAMKA BUIIPOGYBAHHS Ti[POI30JII0I0YMX Ta BiJHOBIIIOIOYMX MaTepiasiB

1711 IpOCOYeHHS acPasbTOOETOHHOTO TOKPUTTS
ConiannbHO-eKOHOMIYHA cripsimoBaHicTs HTII:
Bnyius HTII Ha moBKiJjs:
Bnposags>keHHs1 HTII: He snpoBamxeHo
ITpakTnyHa peasnisanis HTII
ITouaTok eramy: 2014
3aKiHYeHHs eTamy:
Crnio>KuBavi NPOAYKILii: 1opoKHA rasysb
IlepcneKTHBHI PUHKH: Vkpaina
XapakTep cniBpOoOiTHHIITBA 3 iHBECTOPOM
IloTpiOHMI 00GCAT iHBECTHILiM, THC. TPH.:
IIpaBa, 0 HaAIOTHCS iIHBECTOPY MiCJIsA 3aBEpPLIEHHsT POOOTH:
HasaBHicTb Oi3Hec-IJIaHY:
TexHiKO-€eKOHOMiYHe OOrpyHTYBaHHSI:
IToTeH1iaILHUE 00OCAT IIPOJASKY, THUC. TPH..
OuiKkyBaHHI TepMiH OKYIHOCTI (POKiB):

HoparkoBa iHdopmamist:

IX. Bi6siorpadiuHuii onuc



X. 3aKJIlI0YHi BiTOMOCTI
KepiBHHK I0pHAHYHOI 0COOH

IlepeJtik 0Cci0O-BHKOHABIIiB
['onuap LI

3akepunynuii O.B.

Karykosa B.M.

Kymnip O.B.

[Tomnos B.O.

Tkau O.M.

BignoBigasibHUI 3a MiATOTOBKY

00JIiIKOBHX JOKYMEHTIB
Tenedon

PeecTpaTtop

KepiBHuk Bigainy YKpIHTEI, mpo €
BiZNOBiZaJIbHUM 32 peeCTpallilo HAayKOBOIi

OisSIIBHOCTI

Haranuyk Bacuins Muxaitnosuy




