O6J1ikoBa KapTKa [IiP

I. 3arasibHi BimOMOCTI

Jep>kaBHHH 00J1iKOBHI HOMep: 0212U008024
Jep>kaBHUH peecTpaniliHUI HOMeP: 0112U000811
Oco06J1uBi TO3HAYKHU: Binkpura

JaTa peectpaunii: 30-08-2012

II. Etran BukoHnauus JiP

Homep eramny: 1

Ha3Ba €TaImy. JlocmigKeHHs BIaCTUBOCTEN IIJIUT MiHEPAJIOBATHUX TETIOI30IALIAHUX

IToyaTok eramy: 01.2012
3akiH4YeHHs eTamy: 07.2012

Bupz 3BiTHOTO AOKYMEHTA: OCTaTOYHUM 3BIT

I11. BizomocTi npo BuKoHaBus JIiP

IloBHe HaliMEeHYBaHHSI IOPHUAUYHOI 0co0H (a60 ITIB ¢i3zuyHOi 0CO0H): YrpaiHChKUiT HayKOBO-

OOCJiIHUM i IPOEKTHO-KOHCTPYKTOPCBKUI IHCTUTYT OyIiBeJIbHUX MaTePiasliB i BUpOOiB

Kopg 3a €IPIIOY: 00294349
Micue3HaxoaKeHHS:

dopma ByracHoOCTI:

Cdepa ynpaBiiHHs: Kopnopauis 'YkpGyamarepianm'
Inentudikarop ROR: He zacrocosyerbcs

Po3mip opranisamii:

Tenedomn: 417-86-13

IV. BimomocrTi nipo ciiBBUKOHaBIIiB [IiP



V. BimomocrTi npo 3amoBHHKa [IiP

TloBHe HaliMeHYBaHHs IOPUIHYHOI 0ocoou (a6o ITIB ¢izuuHO0i 0co6H): TOB "3aox

TEIIOI30JISLIMHUX MaTepiaiB "TexHo"

Kopg 3a €PIIOY: 35492904

Micue3HaxoO KeHHS: , M. Yepkacu, UepkachbKkuii p-H., Uepkacbka 061., 18018, Vkpaina
dopma BaacHOCTI:

Cdepa ynpasiiHHS:

ImenTudikarop ROR: He zacrocoyerbcs

Poamip opranisanii:

Tenedon: 568-52-54

VI. I>kepeJia, HanpsiMHu Ta oocsiru pinaHcyBaHHs JIiP

IlincraBa pjist npoBemeHHs JiP: 52 - norosip 3 BiTunsHAHOW OpraHizauiero (Opranamu MiclieBoi pau,

dboHIoM, acorijailieo, KOHIIEPHOM TOIIIO)

Hampsam (l)iHchyBaHHﬂ: 2.2 - IpUKJIaHi AOCTiIKeHHS i po3pOOKU
I>kepesia piHaHCYBaHHS

7722 - KOWTH MiZIIPUEMCTB, YCTaHOB, OpraHi3anii YKpaiHu

dakTHyHHuM 00cAr ¢piHaHCYBaHHSA (THC. IPH.). 60




VII. BizomocrTi npo IiP
Ha3sBa po6oTH yKpaiHCBHKOIO:

JocimKeHHs BJIaCTUBOCTEN IIJIUT MiHEPAaJIOBATHUX TEIIOi30JILiHHUX

Ha3sBa po6oTH aHIJIilICbKOIO:

Properties investigations of heat insulating mineral wool boards

PedepaT ykpaiHCbKOIO:
[IpoBeneHi OCIIIPKEHHS BIACTUBOCTEH IIJIUT MiHEPAJIOBATHUX TEILJIOI30/SILIMHUX Ta MiATBEPI)KEHA BiJIIOBiIHICTh

iX #irounM B YKpaiHi HOpMATMBHUM JOKYMEHTAM

Pedepar aHI1iliCHKOIO:

Studies of properties of heat insulating mineral wool boards and their conformity to the Ukrainian normative
documents in force has been confirmed

Impexc YIK: 691.16,691.1-033.2, 662.998

Koau TemaTHYHHUX PYOPHK: 67.09.43

KepiBHUKH po6OTH

BiacHe IlIpizBue Im'sa I1o-6aThKOBI: IT"aturopceka Hina IcaakiBaa
HaykoBHH CTyIiHb:

Buene 3BaHHS:

InenTudikarop ORCID ID:

JonaTkoBa iHdopmanist:



VIII. HaykoBa (HayKoBo-TexHiuHa) npoaykuist (HTII)
Ha3zsa HTII yKpaiHCBKOIO: BjiacTHBOCTI IUIMT MiHEPAJIOBATHUX TETUIOI30IALiIHNX
Ha3zBa HTII aHrJ1ificbKOI0: Investigations of heat insulating mineral wool boards
HTII, aKy nepenba4asiocsi CTBOPHTH:
ITpuunnmn, yepe3s saki HTII He 6ys10 cTBOpeHo:
OTpuMaHi pe3yJIbTaTH: HOPMATUBHO-TEXHIYHA JOKyMEHTALIs
l'asy3s 3acTocyBaHHS: 45.21.1
PeecTpanifiHuil HOMep KapTKH T€XHOJIOTii:
Omuc HTII: Nocnigkenns B1acTUBOCTEN MIUT MiHEPATIOBATHUX TETJIOI30ALIAHIXK
ConiasibHO-eKOHOMIYHA cipsimoBaHicTe HTII:
Brnius HTII Ha moBKiJjs:
Brnposaaykennss HTII: He snposamxeno
IIpakTnyHa peasnisanis HTII
IToyaTok eramy: 2013
3aKiHYeHHS eTamy:
Cno>kuBayi npo,uyKuii': [TligmpueMcTBa-BUPOOHMKH Ta CIIOKMBAaYi Oy/liBeJIbHUX MaTepialiB
IlepcrieKTHBHI PUHKH: By/iBHUITBO
XapakTep cniBpOOITHHIITBA 3 iIHBECTOPOM
IToTpiOHUI 06CAT iHBECTHILiH, THC. TPH.:
IIpaBa, 10 HaAAI0THCS iHBECTOPY MiCJIsA 3aBEPLIEHHSI POOOTH:
HasaBHicTb Oi3Hec-IJIaHY:
TexHiKO-€eKOHOMiYHe OOrpyHTYBaHHSI.
IToTeHUiaILHUM 00CAT IIPOAAKY, THUC. TPH.:
OuiKyBaHHI TepMiH OKYIHOCTi (POKiB):

HopaTrkoBa iHdopmamist:

IX. Bi6siorpadiuyHuii onuc



X. 3aKJIlI0YHi BiTOMOCTI
KepiBHHK I0pHAHYHOI 0COOH

IlepeJtik 0Cci0O-BHKOHABIIiB

[T"aTuropceka Hina IcaakiBHa

BigmoBigasbHUH 32 MiATOTOBKY

00JIIKOBHX JJOKYMEHTIB
Tenedpon

Peectparop

KepiBHuKk Bigginy YKpIHTEI, mpo €
BiZIIOBiZaJIbHUM 3a peecTpallilo HayKOBOi

OisIIBHOCTI

Yepsskos HOpiin MukosiaiioBuy




