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I. 3arasibHi BimOMOCTI
Jep>kaBHHH 00J1iIKOBHI HOMep: 0200U003125
Jep>kaBHUH peecTpaniliHUI HOMeP: 0197U000345
Oco06J1uBi TO3HAYKHU: Binkpura

JaTa peecrtpamnii: 16-03-2000

II. Etran BukoHnauus JiP
Homep erany: 3

Ha3sBa eramny: BripoBa/pkeHHsS! HAyKOBO-IIPAKTHYHUX PE3YJIbTATIB y BUPOGHUITBO. PO3pO6Ka TEXHIYHOTO

3aBIdHHS OJIS TIPOLECY 663HepepBHOI‘O INPpECYBaHHA NE€PEBUHHNX KOMIIO3UTHUX MaTepiaJIiB
IToyaToK eTamy: 01.1999
3akiHyeHHs eTamy: 12.1999

Buz 3BiTHOrO AOKYMEHTA: OCTaTO4HMIA 3BiT

I11. BizomocTi npo BukoHaBus JIiP

IloBHe HaiMeHYBaHHS IOPHAHYHOI 0coou (a6o ITIB PizuyHO0i 0cO6H): YrpaiHchkuil fepkaBHMIL

JIICOTEXHIYHUM YHIBEPCUTET

Kopg 3a €IPIIOY: 02020998
Micue3Haxoa KeHHS:

dopma BiacHOCTI:

Cdepa ynpasiriHHS:

InenTudgikarop ROR: He zacrocosyerscs
Poamip opranisarii:

Tenedon: 971765

IV. BimomocrTi nnpo criiBBUKOHaBIIiB [IiP

V. BizomocTi npo 3amoBHHuKa JIiP



VI. JI>kepeJsia, HanpsiMu Ta o6csaru piHaHcyBauHs JIiP

IlincraBa pjist npoBeaeHHs [IiP: 34 - norosip (3aMOBJIEHHS) 3 LEHTPAILHUM OPraHOM BUKOHABYOI BIajy,

aKkaZieMiero HayK (TOJIOBHUMHU PO3NOPSIHUKAMU O010P)KETHUX KOWITIiB Ha npoBeneHHs: HIIKP)

Hanpsm ¢inaHcyBaHHS:

I>xepesia piHaHCYBaHHS

VII. BizomocrTi npo IiP
Ha3Ba po60TH YKpaiHCBHKOIO:

Po3pobka HayKOBUX OCHOB aBTOMAaTU3allii 1epeBOOOPOOHOr0 BUPOOHNULITBA

Ha3Ba po6oTH aHIJIilICbKOIO:

Scientific base of automatic woodworking development

PedepaTt ykpaiHCbKOIO:

JlocigpKeHO MOKJIMBOCTI MiIBULIEHHS €(PEKTUBHOCTI aBTOMATHU30BaHNUX BUPDOOHUYMX CUCTEM JIiCOIIPOMUCIIOBOTO
KOMILJIEKCY. BUSIBJIEHO BILJIMB KOMIIOHEHTIB JE€PEBMHHOCTPYKKOBUX IVIUT HA iX B'I3KOIPYKHI

BJIACTMBOCTI.3allpOIIOHOBAHO HOBUI CIIOCIO HEPYHHIBHOIO KOHTPOJIIO BOJIOTICHUX, 3aJIMIIKOBUX i IOBHUX

HaIIpy>X€Hb Y BUCYHTYBAHUX NEPEBUHHUX MaTepiaJIaX.

Pedepar aHIJIiHCBKOIO:

Is investigated capabilities of increase of efficiency of the automated manufacturing systems of a timber industry
complex. Influencing components of tables on their visco-elastic properties is detected. The new way of non-
destructive inspection hymidity, residual and compound stresses in desiccated wood materials is offered

Inpexc YIK: 621.865.8; 62-236.58, 674.330.115+674.815.41
Koau TemaTHYHHUX PYOPHK: 55.29.39

KepiBHuKH po6oTH

BiacHe IIpizBue Im'sa ITo-6aTbKoOBI: Tymok [1.J1.
HaykoBHH CTyIiHb:

Buene 3BaHHS:

InenTudikarop ORCID ID:

JoparkoBa iHdpopmamist:

VIII. HaykoBa (HayKoBO-TexHiYHa) npoayKuis (HTII)

IX. Bi6siorpadiuHuii onuc



X. 3aKJIlI0YHi BiTOMOCTI
KepiBHHK I0pHAHYHOI 0COOH
IlepeJtik 0Cci0O-BHKOHABIIiB

BignoBigasbHUIH 3a HiATOTOBKY

00JIiKOBUX JOKYMEHTIB
Tenedpon

Peectpartop

KepiBHuKk Bigginy YKpIHTEI, mpo €
BiZIIOBiZaJIbHUM 32 pEeECTpallil0o HAyKOBOIi

OisSIIBHOCTI

Kpunnnpknii I.T.



