O6J1ikoBa KapTKa [IiP

I. 3arasibHi BimOMOCTI

Jep>kaBHUH 00J1iKOBHI HOMeP: 0211U005755

Jlep>KaBHHH peecTpaliliHui HoMep: 0111U004363

Oco06J1uBi TO3HAYKHU: Binkpura

JaTa peecrpamnii: 28-12-2011

II. Etran BukoHnauus JiP
Homep eramny: 1

Ha3sBa eramny: JlocnifkeHHs: 0COGIMBOCTEN MeXaHi3My 3aXMCHOI il HAHOCTPYKTYPOBAHUX IOJIIMEPHUX

[TIOKPUTTIB
IToyaTok eramy: 03.2011
3akiH4YeHHs eTamy: 12.2011

Buz 3BiTHOrO AOKYMEHTA: OCTaTO4HMIA 3BiT

I11. BizomocTi npo BukoHaBus JIiP

IloBHe HaliMeHYBaHHS IOPUAUYHOI 0coou (a6o ITIB ¢izuyHOi 0c00H): Disnko-mexaniuHmil iHCTUTYT
iMm. I.B. Kapnnenka HAH Vkpainu

Kopg 3a €IPIIOY: 03534506

Micue3Haxoa KeHHS:

dopma BaacHoOCTI:

Cdepa ynpaBiiHHS: Haujonanbna akaziemist Hayk Ykpainu
InenTudgikarop ROR: He zacrocosyerscs

Poamip opranisarii:

Tenedon: 2633088, 2649427



IV. BizomocrTi npo cniBBuUKOHaBLiB JIiP

TloBHe HaliMeHYBaHHS IOPHIAHYHOI 0coou (a6o ITIB pizuyHO0i 0cO6H): lepskasHe ninnpuemcTBO

imkeHepHuii neHTp "JIbBiBanTUKOP" ®MI HAH VYKpainu
Kopg 3a €PIIOY: 02027339
Micue3HaxoaKeHHS:

dopma BaacHOCTI:

Cdepa ynpasiiHHS:

ImenTudikarop ROR: He zacrocoyerbcs
Poamip opranisanii:

Tenedon:

BHeCOK CIiBBUKOHABIIS Y 3BiTHHH €TaIl

IloBHe HaliMeHYBaHHS IOPUAHUYHOI 0coou (a0o ITIB ¢izmyHOi 0co0H): Binninenns pisnko-ximii

rOpIOYMX KomajauH IHCTUTYTY Qi3MKOo-opraHivyHoi Ximii i Byrsieximii im. JI. M. JIutBunenka HAH Ykpainu
Kop 3a €IPIIOY: 03772476

Micue3HaxoO KeHHSI:

dopma ByracHoCTI:

Cdepa ynpasiiHHS:

Inentudikarop ROR: He zacrocosyerscs

Po3mip opranisarii:

Tenedon:

BHeCOK CIiBBUKOHABIIS y 3BiTHHH €TaIl

V. BimomocTi npo 3amoBHuKa [IiP

IloBHe HaliMeHYBaHHS IOPUAUYHOI 0coou (a6o ITIB ¢izmyHOi 0c00H): HaunionanbHa akagemis Hayk
Ykpainu

Koz 3a €JIPIIOY: 00019270

Micue3HaxoaKeHHS: ByJI. Bononumupceka, 54, M. Kuis, Kuiscbka 0641., 01030, Ykpaina

dopma ByracHoCTI:

Cdepa praBJIiHHﬂZ HanjonanbHa akageMisd HayK YKpaiHu

InenTudikarop ROR: He zacrocosyerscs

Po3mip opranisaiii:

TenedoH: 380442396594



VI. JI>kepeJsia, HanpsiMu Ta o6csaru piHaHcyBauHs JIiP

IlincraBa pjist npoBeaeHHs [IiP: 34 - norosip (3aMOBJIEHHS) 3 LEHTPAILHUM OPraHOM BUKOHABYOI BIajy,

aKkaZieMiero HayK (TOJIOBHUMHU PO3NOPSIHUKAMU O010P)KETHUX KOWITIiB Ha npoBeneHHs: HIIKP)

Hanpsam Q)iHchyBaHHH: 2.3 - BUKOHaHHS pOO0iIT 3a I€P>KaBHUMHU 11iIbOBUMU [IPOrpaMaMu
Jxkepesna (l)iHaHCYBaHHﬂ

7713 - KOIITH AEP>KOIOAKETY

Kopg, nporpamuoi Kinacudikanii BugaTkis i KpegurysaHHs (KIIKBK): 6541050

dakTuyHHui 06car ¢piHaHCcyBaHHS (THC. rpH.): 100




VII. BizomocrTi npo IiP
Ha3sBa po6oTH yKpaiHCBHKOIO:

Po3pobka HaHOCTPYKTYpOBAaHMX MaTepiasliB Ha [10JIiypeTaHOBiH, M0J1ieNIOKCUAHIN Ta KpEMHIMOPraHiyHill OCHOBax 3
[TOKPAaLEHUMHU XapaKTEPUCTHMKAMU ]I TPOTUKOPO3iHOIO 3aX1UCTY METAJIOKOHCTPYKLiM Ta OCBOEHHA iX

BMPOOHULITBA B LOCJiTHO-TIPOMUCIOBAX YMOBAX

Ha3zBa po6oTH aHTIJIilICbKOIO:

Development of nanostructured materials on polyurethane, epoxy and silicon bases with improved characteristics
for corrosion protection of metal constructions and realization of their production in experimental-industrial
conditions

Pedepat ykpaiHCbKOIO:

CHHTEe30BaHO HOBi aHTUKOPO3iliHi IIIrMEHT! Ha OCHOBI MOIM(PIKOBAHOTO IMHKOM Ta KaJjbllieM HAHOIIOPUCTOTO
LIe0JIiTy MeTOaMU PiAMHHOTO Ta TBEPAO (Ha3HOro ioHHKUX 0OMiHIB. BcTaHOBIEHO crHepriyHuil eQeKT iHribyBaHHS
MiAnsiBKOBOI KOPO3ii 1 3pasKiB cTajli Ta JIOPAIIOMIHIIO 3 II0JlypETAHOBUMU ITOKPUTTSIMUA HATIOBHEHUMU
Komno3suuieo Ca-MoaudiKoBaHOrO HAHOMOPUCTOTO LEOJITY Ta HAHOPO3MipHOTO pocary UUHKY, IO NOJISTa€E B
0OMiHi KaTiOHiB MeTasy Ta iOHiB BOLHIO HA i0HU KaJIbLil0 Ta yTBOPEHHI 3aXUCHOI pocdaTHOI MIIiBKY 3 HU3bKUM
IOGYTKOM PO3UMHHOCTI Ha KATOJHUX Ta aHOJHUX JiITHKaX KOPOJYI04YOro MeTaiy.

Pedepar aHIJ1iHCBKOIO:

New anticorrosive pigments based on zinc and calcium-modified nanoporous zeolite have been synthesized by
liquid and solid phase ion exchange. It was established a synergistic effect of under film corrosion inhibition for
steel and duralumin samples with polyurethane coatings filled with Ca-modified nanoporous zeolite and nanoscale
zinc phosphate. The effect consists in an exchange of metal cations and hydrogen ions on calcium ions and the
formation of protective phosphate film with low solubility on cathodic and anodic sites of corroding metal.

Inpekc YIK: 656.56:620.193; 656.56:620.197, 621.193:.678.643:656.36

Koau TemaTHYHHUX PYOpPHK: 73.39.97

KepiBHHUKH po6OTH

BiacHe IIpizBuie Im's I10-6aThKOBI: IToxmypcbkuii Bacuib IBanoBUY
HayKoBHI1 CTyIiHb:

Buene 3BaHHs:

InenTudikarop ORCID ID:

JoparkoBa iHdpopmamist:



VIII. HaykoBa (HayKoBo-TexHiuHa) npoaykuist (HTII)

Ha3zsa HTII ykpaiHCBKOIO: HoBi aHTHKOPO3iiiHi lIrMEHTH Ha OCHOBI MOZM(DIKOBAHOTO LIMHKOM Ta KaJIbL{ieM

HAHOIIOPUCTOTO LEOJITY, 0 CUHTE30BaHi METOAAMM PIIMHHOTO Ta TBEPAO(PA3HOrO iIOHHNX OOMiHIB

Ha3zpa HTII aHrsiicbKo0: New anticorrosive pigments based on zinc and calcium-modified nanoporous

zeolite have been synthesized by liquid and solid phase ion exchange
HTII, sixy nepen6a4asiocsi CTBOPUTH:

IIpuunnn, yepe3s aki HTII He Gysi0 cTBOpeHO:

OTpumaHi pe3yJIbTaTH:

l'asy3s 3acTocyBaHHs: K 73.10.2 [locimpKeHHs i po3pO6KH B raitysi TeXHIYHMX HayK (HadToBa Ta ra3oBa

IIPOMUCIIOBICTB).
PeecTpanifiHuil HOMep KapTKH TE€XHOJIOTii:

Omuc HTII: Po3po6sieni HOBi aHTUKOPO3iiiHi MIrMeHTH Ha OCHOBI MOIM(IKOBAHOTO [UHKOM Ta KaJIbIi€M
HAHOIIOPUCTOTO LIEOJIITy METOJAMU PiIMHHOTO Ta TBepAOQPa3HOro ioHHUX 0O0MiHiB. OTpUMaHi NoJiypeTaHoBi
IIOKPUTTS HallOBHEHi komno3uujeto Ca-MonnQikoBaHOTO HAHOIIOPUCTOTO LIEOJIiTy Ta HAHOPO3MipHOro dpocdarty
LIMHKY BUSIBJISIIOTb CUHEPIiYHUI e(eKT iHribyBaHHS MiAI1iBKOBOI KOPO3ii A4J1s1 3pa3KiB CTaJli Ta AI0PaOMiHIIO, IKUI
nossirae B OOMiHi KaTiOHiB MeTaJly Ta iOHiB BOOHIO HA iOHM KaJblil0 Ta yTBOPEHHI 3aXUCHOI PoCcaTHOI IITiBKYU 3

HU3BbKUM JOOYTKOM PO3UYMHHOCTI Ha KATONHUX Ta AaHOJHUX JiISTHKaxX METayry
ConiaibHO-eKOHOMIYHA cnpsamoBaHicTe HTII:
Bnyins HTII Ha moBKiJjs:
BrnpoBagskeHHs HTII: He snposamxkeHo
ITpakTuyHa peasnizanis HTTI
IToyaToK eramy: -
3aKiHYeHHs eTamy:
Crno>kuBavi NpOAYKILii: [TixnpuemcTsa XimMidHOi, eHEPreTMIHOi Ta HAGTOra30BKUAO6YBHOI IPOMUCIIOBOCTI.
IlepcieKTHBHI PUHKH: Vkpaina, kpainu CHJI.
XapakTep CriBpOoGIiTHHIITBA 3 iHBECTOPOM
IloTpiOGHMI 0GCAT iHBECTHILiH, THC. TPH.:
IlpaBa, 0 HaJAIOThCS iHBECTOPY MiCJIsA 3aBEPIIEHHSI POOOTH:
HasaBHicTb 0i3Hec-IJIaHY:
TexHiKO-eKOHOMiYHe OOrpyHTYBaHHSI:
IToreH1iaIbHUI 0OCST IIPOJAIKY, THC. TPH..
OuikyBaHHI TepMiH OKYIHOCTi (pPOKiB):

JopaTtkoBa iHdpopmamist:

IX. Bi6siorpadivyHuii onuc



Pokhmurskii, .M. Zin, V.A.Vynar, L.M. Bily. Contradictory Effect of Chromate Inhibitor on Corrosive Wear of

Aluminium Alloy. Corrosion Science. - 2011.- V.53.- P. 904-908.

X. 3aKJII0YHi BiTOMOCTI

KepiBHHK I0pHAHYHOI 0COOH

IlepeJtik 0Cci0O-BHKOHABILiB
binuit JleBko MuxaiiioBuy

3iHb IBaH MukonanoBu4

3inb Spocnas IBaHOBUY
Komuieups Bomogumup IBanoBuY
Kopsii Cepriit AHIpiioBUY

Xnonuk Ozbra IlerpiBHa

BigmoBigasbHUH 32 MiATOTOBKY

00JIIKOBHX JOKYMEHTIB
Tenedpon

PeecTparop

KepiBHuKk Bigginy YKpIHTEI, mpo €
BiZIOBiZasIbHUM 3a peeCcTpallilo HAyKOBOIi

OisIIBHOCTI

[Tanacrok Bonogymup BacuiboBry
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