O6J1ikoBa KapTKa [IiP

I. 3arasibHi BimOMOCTI

Jep>kaBHUH 00J1iKOBHI HOMeP: 0213U002356

Jep>kaBHUH peecTpaniliHui HOMeP: 0110U001258

Oco06J1uBi TO3HAYKHU: Binkpura

JaTa peecrpamnii: 24-01-2013

II. Etran BukoHnauus JiP

Homep erany: 3

Ha3sBa eramny: Onrumisaris mporecis ¢popMyBaHHSI HAHOCTPYKTYP Y [JIa3MOBIi1 KJIACTEPHIll cUCTeMi.
IToyaTok eramy: 01.2012

3akiHyeHHs eTamy: 12.2012

Bupz 3BiTHOTO AOKYMEHTA: OCTaTOYHUM 3BIT

I11. BizomocTi npo BuKoHaBus JIiP

IloBHe HaliMeHYBaHHS IOPHUAUYHOI ocoou (ado ITIB ¢izmyHoi 0c06H): Haykosuii dizuko-

TEXHOJIOTIYHMY LeHTPp MiHicTepcTBa ocBiTy i Hayku Ta HAH Ykpainu
Kopg 3a €IPIIOY: 14096245

Micue3HaxoaKeHHS:

dopma ByracHoOCTI:

Cdepa ynpaBiriHHS: MinicrepcTBo ocBiTh YKpaiHu
Inentudikarop ROR: He zacrocosyerbcs

Po3mip opranisamii:

TenedoH: 057 7054668

IV. BimomocrTi nipo ciiBBUKOHaBIIiB [IiP



V. BimomocrTi npo 3amoBHHKa [IiP

IloBHe HaliMeHYBaHHS IOPHAHYHOI 0coou (a6o ITIB PizuuyHO0i 0cO6H): IHCTUTYT eHEPrO36EPEKEHHS

Ta EHEeproMeHeKMEHTY HallioHalIbHOrO TeXHIYHOro yHiBepcuTeTy YKpainu "KuiBcbkuii [TosniTexHiyaui Incturyt”
Kog, 3a €IIPIIOY: 00027677

Micue3Haxoa KeHHS: np. [lepemoru 37, M. Kuis, Kuis, 03056, Ykpaina

dopma BaacHOCTI:

Cdepa ynpaBiriHHS: MiHicTepcTBO OCBIiTH i HAayKu YKpaiHu

ImenTudikarop ROR: He zacrocoyerbcs

Poamip opranisanii:

TenedoH: 0442048428

VI. I>kepeJia, HanpsiMHu Ta oocsiru pinaHcyBaHHs JIiP

IlincraBa ojist npoBeaeHHs [iP: 34 - norosip (3aMOBJIEHHS) 3 IEHTPaTbHUM OPraHOM BUKOHABYOI BIajy,

akazemielo HaykK (TOJIOBHUMM PO3NOPSIHUKAMU OI0pKETHUX KOWITIB Ha TposefeHHs HIIJIKP)

Hampsam (l)iHchyBaHHﬂ: 2.1 - pyHIaMeHTabHI JOCIIIPKEHHS
I>kepesia piHaHCYBaHHS

7713 - KOWTH ep>KO0I0A KeTy

Kop, nporpamuoi kiaacudikarnii BuzaTKiB i KpeagurysBaHHs (KITKBK): 2201040

dakTHyHHi 06car ¢piHaHCYBaHHS (THC. IPH.). 479




VII. BizomocrTi npo IiP
Ha3sBa po6oTH yKpaiHCBHKOIO:

CrHTEe3 HaHOPO3MiPHUX ILJIIBOK HITPUIIB [E€PEXigHUX METaJliB iOHHO-TIJIa3MOBUMU METOJAMU

Ha3sBa po6oTH aHIJIilICbKOIO:

Synthesis of nanodimension films of nitride transitional metals by ion-plasma methods

PedepaT ykpaiHCbKOIO:

ExcriepyMeHTasIbHi 1 TEOpETHYHI JaHi mom0 GopMyBaHHS HAHOCTPYKTYP B YMOBaX KOMITJIEKCHOTO BIIJIUBY IOTOKIB

AKTMBOBAHMX YaCTOYOK /JIs1 IOJAJIbLIOTO PO3BUTKY AOCIIIKEHD Y ramy3i HaHO(PI3MKU Ta PO3POOKM CY4aCHUX

IIJIa3MOBHX IIPOLIECIB Y HAHOTEXHOJIOTISIX Ta HAHOEJIEKTPOHILI].

Pedepar aHIJ1iHCBKOIO:

Experimental and theoretical data on the formation under the combined effect of flow activated particles for
further development of research in nanoscale physics and the development of advanced plasma processes in
nanotechnology and nanoelectronics.

Immexc YIK: 537.523 /.527, 539.121.8.04; 669.14.046

Koau TeMaTHYHHUX PYyOPHK: 29.27.43

KepiBHHKH po60TH

BiacHe IlIpizBume Im's I10-6aTbKOBI: Gapenvik Bosogumup IBanoBuY
HaykoBu# CTyIiHb:

BueHe 3BaHHS:

InenTudikarop ORCID ID:

JoparkoBa indpopmamnist:



VIII. HaykoBa (HayKoBo-TexHiuHa) npoaykuist (HTII)

Haszga HTII ykpaiHCBKOIO: HaHOpO3MipHi I1iBKM HITPHUAIB NEPEXiNHMX METAIB 1715 €IEKTPOHIKH
Ha3zpa HTII auriiicbKo0: Nanodimentional films transcendent metal for electronics

HTII, aKy nepenba4asiocsi CTBOPHTH:

IIpuunnu, yepe3s saki HTII e Gysio cTBOpeHO:

OTpHuMmaHi pe3yJIbTaTH:

l'asmy3b 3acTOCyBaHHS: EnexrpoHika

PeecTpanifiHuil HOMep KapTKH T€XHOJIOTii:

Omnuc HTII: CunresoBano HaHOCTPYKTYpH Ha 6asi MaTepiasiB eJIEKTPOHIKYM 3 BUCOKUMU €JIEKTPODIBMYHUMU

BJIACTHBOCTSIMU. PO3p06JI€HO METOIM CUHTE3Y YJIbTPATOHKUX IJIiBOK IIEPEXiTHUX METaJliB.
ConiasibHO-eKOHOMIYHA cnpsamoBaHicTe HTII:
Bnyins HTII Ha moBKiJjLs:
BrnpoBagskenHs HTII: He snposamkeHo
ITpakTuyHa peasnizanis HTTI
IToyaToK eramy: 2-3 poku
3aKiHYeHHs eTamy:
Crno>kuBavi NPOAYKILii: [TifnpruemCcTBa eIeKTPHHOI rajysi BUpOGHUITBA
IlepcnieKTHBHI PUHKH: Vkpaius, Bisopycs, Pociiicbka Oeneparis
XapakTep CriBpOGIiTHHIITBA 3 iHBECTOPOM
IToTpiGHMI 06CAT iHBECTHILiH, THC. TPH.: 500
IIpaBa, 0 HafAI0ThCS iHBECTOPY MiCJIsA 3aBEPLIEHHS POOOTH:
HagaBHicTb 6i3Hec-IJIaHY:
TexHiKO-eKOHOMiYHe OOrpyHTYBaHHSI:
IoreH1iaIbHUI 0OCST IPOAASKY, THC. TPH.: 2000
OuikyBaHHI TepMiH OKYNHOCTI (pPOKiB): 3

I[O,I[aTKOBa in)opmauiﬂ: CliJIbHE BUPOOHUIITBO

IX. Bi6siorpadivyHuii onuc

1. S. Dudin, D. Rafalskyi, L. Popelier, A. Aanesland. Comparative study of positive and negative ion flows extracted
from downstream plasmas beyond magnetic and electrostatic electron filters. Physical Surface Engineering, 2012,
vol. 10, No. 1, p. 22-28. 2. S. Yakovin, S. Dudin, A. Zykov, A. Shyshkov, V. Farenik. Technological aprobation of
integral cluster set-up for complex compound composites syntesis. // Problems of atomic science and
technology. Series Plasma physics, 2012, N2 6, p. 220-222.



X. 3aKJIlI0YHi BiTOMOCTI
KepiBHHK I0pHAHYHOI 0COOH

IlepeJtik 0Cci0O-BHKOHABIIiB
AntonoB Onekcangp Bosmogumuposuy
AnToHOB [1aByio BosmoguMuposud
Bab6enko Jltopmuia BonogrmupisHa
bonenpHU Innsg AHaTOMINOBUY

I pobumescrka 'aHHa OnekcaHIpiBHA
3aBap3iH Bonogumup BacuiboBruy
KpusoHoc Bonogumup MuxanuioBud
Mousiotko PomaH B'suecnaBoBud
Padanbsckuit [Imutpo B'suecnaBoBuy
Cepreesa Haraznis BacuiiBHa
CrepBoenoB AHJpii MuKoJs1alioBuY
Cyxux [Imutpo FOpiiioBuy

Typuun Makcum I1aBnoBuy

XapueHko Hapgig JImutpiBHa

BignosigasbHUIH 3a HiATOTOBKY

00JIiKOBUX JOKYMEHTIB
Tenedon

PeecTpartop

KepiBHuKk Bigginy YKpIHTEI, mpo €

BiZNOBiZaJIbHUM 3a peECTpallilo HAyKOBOi

OisIIBHOCTI

dapenux Bonogumup IBaHOBUY




