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II. Etran BukoHnauus JiP
Homep eramny: 1

Ha3Ba €Tamy. JlociKeHHs BJIaCTUBOCTEl TUTAHOBUX 3JIMBKiB, OTPMMAaHMX HAa OCHOBI TUTaHa ry64acToro 3
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V. BimomocrTi npo 3amoBHHKa [IiP
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VII. BizomocrTi npo IiP
Ha3sBa po6oTH yKpaiHCBHKOIO:

JociKeHHs BlacTUBOCTEN TUTAHOBUX BUJIMBKIB, OTPUMAHMX HA OCHOBI TUTaHAa Iry64acToro 3 MiiBUIEHUM

BMIiCTOM KHCHIO.

Ha3sBa po60oTH aHIJIiHCBHKOIO:

Investigation of the properties of titanium ingots, obtained on the basis of titanium sponge with a high content of
oxygen.

Pedepar yKpaiHCBKOIO:
[IpencraBieHo TexHiYHE OOIPYHTYBAHHSI BUKOPUCTAHHS €KCIIEPUMEHTAJIbHOIO TUTaHY T'yOYaToro 3 MiJBUIIEHUM

3MiCTOM KHCHIO OJ1 OOE€P>KAHHA TUTAHOBUX CILJIaBiB.
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Presented technical rationale for the use of experimental titanium sponge with a high content of oxygen to
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