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Micue po6oTH 34,00yBayva: Inctutyt reoximii, miHepasiorii Ta pynoyrsopenns im. M. I1. CemeneHka
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I11. BimomMocTi mpo opranizariiio, e Big0OyBcsl 3aXHCT
Iudp cnenianizoBaHoi BYU€HOI pagHy (Pa30Boi Creniaai30BaHOl BYEHOI pagu). [l 26.203.01

IloBHe HaliMeHYBaHHSI IOPHUAUYHOI OCOOH: [HCTUTYT reoximii, miHepasiorii Ta pygoyTBopenHs im. M. I1.

CeMmeHeHKa
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dopma BaacHOCTI:

Cdepa ynpaBiiHHS: Haujonanbna akaziemist Hayk Ykpainu

InenTugikarop ROR: He zacrocosyerscs

IV. BizomocTi nipo nmiznpueMcTBO, yCTaHOBY, OpraHisalliio, B sIKii 0yJ10
BUKOHaHO JHUCEPTALil0

IloBHe HaliMeHYBaHHSI IOPHUAUYHOI OCOOH: [HCTUTYT reoximii, miHepasiorii Ta pynoyTBopenns im. M. I1.
CemeneHka

Kop 3a €IPIIOY: 05417064

Micue3HaxoaKeHHS: np. Akagemika Ilannanina, 34, m. Kuis, KuiBcbka 0641., 03680, YkpaiHa
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Cdepa ynpaBiriHHS: HaujonasnbHa akajiemis HayK YKpaiHu
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V. BimomocTi npo gucepraniio
Moga guceprariii:
Koau TemaTuyHHUX PyOpHK: 38.35, 38.35.15

Tema guceprauii:

1. 3aKOHOMIPHOCTI NEPETBOPEHHS CTPYKTYPU Ta BIACTUBOCTEN OKCHUJIIB i riIPOKCUIIB 3ai3a Mif BIVINBOM 30BHIIIHIX
daxTopiB

2. The peculiarities of transformation of structure and properties of iron oxides and hydroxides under the

influence of external factors

Pedepar:

1. Po3po6s1eHO crioco6u NepeTBOPEHHS c1aboMarHiTHUX MiHepaliB, FeTUTY i reMaTUTy Ha CUJIbHOMAarHiTHUMN
MarHeTur. [lepeTBOpEeHHs CTPYKTYPHU Ta MarHiTHUX XapaKTePUCTUK 3Pa3KiB CHHTETUYHHUX Ta IPUPOJHUX FeTUTY i
reMaTUTy BiIOyBa€ThCs TP HarpiBaHHi 1o TemnepaTtyp meHue 100 °C Ta nif BIJIMBOM HaJIBUCOKOYAaCTOTHOTO
BUITPOMIHIOBaHHS 32 IIPUCYTHOCTI coi (cysbdart 3anisa (II)) Ta ocHOBU (TimpoKcua aMoHI0) y BOGHOMY CEepelOBHUIIL.
[ToxazaHo, 110 micss JaHoi 06pobKu c1aboMarHiTHI MiHepasu, FeTUT Ta reMaTUT, YaCTKOBO MePEeTBOPIOIOTHCS Ha
MarHeTuT. HaMarHiyeHicTb OTpMMaHMX 3pa3KiB 3pOCTa€ B AEKilbKa OeCATKIB pa3iB. HalBUCOKOYaCTOTHE
BUINIPOMIHIOBaHHS MiCUIIIOE NIPOLIECU ITIEPETBOPEHHSA MiHEPAJIB Y BOOHOMY CepefoBuili. TaKoK MarHETUT

OTPUMAaHO B pe3yJIbTaTi JOJABAaHHS [I0 CJ1abOMAarHiTHUX MiHepaJsiiB BOJIOTOTO Iejilo KPOXMaslio Ta HarpiBaHHSIM



CyMilli iz BIJIMBOM HaABHUCOKOYACTOTHOTO BUIIPOMiHIOBaHHS. Ha OCHOBI OTpMMaHMX pe3yJbTaTiB po3po6JeHo Ta
3aMPONIOHOBAHO MEXaHi3MU [IEPETBOPEHHS FE€TUTY i FeMaTUTy Ha MarHeTUT y BOJHOMY cepenoBuili. OTprMaHi faHi
MOXYTb OYTU KOPUCHUMHU [1J1s1 PO3B’I3aHHS 5K IPUKJIAIHUX 33734, [10B513aHUX i3 IEpPEPOOKOI0 OKMCHEHUX 3aJ1i3HUX
pyZ KpuBopizbkoro 6aceiiny Ta BUpIlIeHHs €KOJIOTiuHOI TpobemMu KpuBopixoks, Tak i pyHIaMEHTaNbHUX 3a4ad,

IIOB’13aHUX i3 ME€XaHi3MaMU NEePETBOPEHHS BIACTUBOCTEN MiHEpaliB 3a1i3a.

2. The investigation of changes of magnetic properties and structure of magnetically ordered iron oxides and
hydroxides and methods of their production are in the focus of attention during last years. The aim of the study
was to investigate the processes of transformation of iron oxides and hydroxides and changing of their magnetic
characteristics that occur in aqueous medium. The processes of transformation of iron oxides and hydroxides
were studied for next samples: synthesized iron oxides and hydroxides (synthetic goethite, hematite, magnetite,
lepidocrocite) and natural iron oxides and hydroxides (goethite ore of the Kerch basin, goethite ores of the Kryvyi
Rih basin, hematite ores of the Kryvyi Rih basin). Phase composition of synthetic and natural samples was
determined by X-ray diffraction (XRD). Magnetic characteristics (saturation magnetization) of initial and obtained
samples were determined using magnetometry method. Curie temperature of obtained samples was determined
by thermomagnetic analysis. The synthesis of iron oxides and hydroxides by chemical co-precipitation of two- and
trivalent iron in alkaline medium were investigated. Samples with different Fe3+/Fe2+ ratio were synthesized. It
was shown that the size of synthesized particles was in the range of 9-30 nm and saturation magnetization varies
from 19 to 65 A*m2 /kg. Synthesized samples consist mainly of magnetite. It was shown that amount of
nanomagnetite almost do not increase with Fe3+/Fe2+ > 2. The transformation of synthetic and natural goethite
and hematite to magnetite was performed by treatment up to 98 °C in aqueous Fe2+-containing solution under
convectional and microwave heating. Saturation magnetization for initial samples was less than 1 A-m2 /xg.
Saturation magnetization of samples, obtained using convectional heating was within the range 5-14 Asm2 /kg. By
the data of thermomagnetic analysis, it was shown that Curie temperature of obtained samples is close to Curie
temperature of pure magnetite. Saturation magnetization of samples, obtained using microwave heating was
within the range 8-32 A*m2 /kg. It was shown by XRD method that phase of magnetite appears in all obtained
samples after transformation. Microwave heating enhances the processes of structure transformation in the
aqueous medium. Regularities of natural hematite to magnetite transformation under heating in the presence of
different amounts of starch have been studied. The processes of hematite reduction to magnetite with starch were
investigated in the temperature range of 420-650 °C. It was established that saturation magnetization of natural
hematite ore in the process of magnetization increased almost 20 times and reached the value of 20 Aem2 /kg.
Also, the transformation of natural goethite and hematite in water solution of starch under the influence of
microwave heating was conducted. Saturation magnetization of samples after such treatment was within the range
30-67 A»m2 /kg. The phenomenon of Fe (II) ions uptake was investigated in the process of transformation of
natural goethite and hematite samples. A method of spectrophotometry was used to study the phenomenon of Fe
(II) ions uptake by the initial samples of iron ores. Fe+2-containing aqueous solution and alkali were added step-
by-step to the initial crushed raw material, followed by heating at a temperature of 98 °C for 30 minutes. The
monitoring of the Fe+2 ions concentration was performed after each stage of the procedure. It was established
that the highest sorption ability corresponds to a sample of hematite. The behavior of natural goethite and
hematite samples, as the value of pH changes, in the aqueous medium has been investigated. The behavior of
natural goethite and hematite samples in the Fe+2-containing solution and Fe+3-containing solution is significantly
different, namely, in the Fe+2-containing solution rapid increase of pH begins with the addition of 2 ml of
ammonium hydroxide, and in Fe+3-containing solution - after addition of 16 ml of ammonium hydroxide. Possible
mechanisms of transformation of goethite and hematite to magnetite in aqueous medium are described. According
to these mechanisms, magnetite phase is formed by the addition of Fe2+ to weakly magnetic phase. Fe2+ ions
adsorb at the surface of the goethite or hematite, after that the electron exchange between Fe2+ and Fe3+ occurs.
The electrons migrate to the inner ions with further conversion of Fe3+ ions of the bulk crystal into Fe2+ ions. The
results could be used to solve the fundamental problems, associated with the mechanisms of transformation of
iron oxides and hydroxides in an aqueous medium and applied problems associated with the recycling of oxidized



iron ores of the Kryvyi Rih basin and solving the environmental problem of Kryvyi Rih.
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KepiBuuk Bigginy YKpIHTEI wo e
BiZITIOBiZaIBHUM 3a peecTpallilo HayKoBoi IOpuenko T.A.
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