PeecTpaninHa kaptka JIiP

I. 3arasibHi BimOMOCTI

Jep>kaBHUH peecTpaliliHUI HOMeP: 0126U005138

Oco006J1uBi TO3HAYKH: BinKpura

JaTa peectpauii: 23-10-2026

I1. IlizcTaBa AJis IpOBeAEHHS POOIT

IlincraBa ojist npoBemeHHs [iP: 34 - Jlorosip (3aMOBJIEHHS) 3 MiHICTEPCTBOM, iHIIMM LEHTPAILHUM

OpraHoOM BMKOHaBYOi BJIa/iY, aKaZeMi€lo HayK (TOJIOBHUM PO3NOPSAHUKOM OI0J)KETHUX KOLITIB Ha poBeieHHs [1iP)

Hanpsam ¢inancyBaHHS: 2.5 - [IpOeKTH, 1[0 BUKOHYIOTHCS Y MEXAX MKHAPOJHOTO HAyKOBO-TEXHIYHOTO

CIIiBpOOiTHUIITBA ()

I>kepesia piHaHCYBaHHS

7713 - Koty 3araysibHOro poHAy mep>KaBHOTO G0 KETY

Kop, nporpamuoi kinacudikanii BuzaTkis i KpeauryBaHHs (KITKBK): 2201380

Y Tomy 4HCJIi IO pOKax:

2026 199.000 Tuc. rpH.

3aranpHui oocsar ¢inancyBanHs: 199.000 TucC. rpH.

I11. BizomocTi npo 3amoBHHuKa [IiP

IloBHEe HaMEeHYBaHH IOPHIUYHOI 0ocoou (a6o ITIB ¢izuyHOi 0c06H): MinicTepcTBO OCBiTH | HayKK
Ykpainu

Kopg 3a €IPIIOY: 38621185

Micue3HaxoO KeHHS: npocrekT Bepecreiickkuii, Kuis, 01135, Vkpaina

dopma BracHOCTI: JlepxasHa

Cdepa ynpaBiiHHS: Ka6iner MinicTpis Vkpainu

InenTudikarop ROR:

Poamip opranisarii:

TenedoH: 380444813221

IV. BizomocTi npo BukoHaBus JIiP



IloBHe HaliMeHYBaHHS IOpUAUYHOI 0coou (a0o ITIB ¢izumyHOi 0c06H): [HCTUTYT YOPHOI MeTayprii

iMm. 3. I. Hekpacosa HarjionanbHoi akaziemii Hayk YKpainu

Kopg 3a € IPIIOY: 00190294

Micue3HaxoaKeHHS: 1. Akajemika Crapopy6oBa, [Hinpo, [JHinposcbkuil p-H., 49050, Ykpaina
dopma BracHOCTI: JlepxasHa

Cdepa ynpaBiriHHS: HaujonanbHa akazemis HayK YKpaitu

InenTudikarop ROR:

Poamip opranisaiii:

TenedoH: 380567765315, 380567900511, 380567900515

V. BimomocrTi npo cniBBUKoHaB1 s JIiP

VI. Bigomocri npo [JIiP
Ha3zBa po6oTH yKpaiHCBHKOIO:

BriinB CTpyKTYpHOI Ta XiMi4YHOI HEOZHOPITHOCTI HAa 3HOCOCTIMKICTb Ta MOMUPEHHS BTOMHUX TPIlIUH B MicCL

KOHTAaKTy KOJIECO - peliKa

Ha3sBa po60oTH aHIJIiHCHKOIO:

The effect of structural and chemical heterogeneity on wear resistance and propagation of fatigue cracks at the
wheel-rail contact point

MeTta po60TH YKpPaiHCHKOIO:

Po3pob6ka pekoMmeHallill o0 CMiBBiAHOIEHHS Ta PiBHS TBEPHOCTi B KOHTAKTi Kojleco-pelika Ha OCHOBI
Pe3yJIbTaTiB JOCTiIKEeHb CTPYKTYPHUX 3MiH Iif] Yac yAapHO-abpa3uBHOTO 3HOIIYBAHHS /1S 3aT106iraHHs PO3BUTKY

BTOMHUX TPILMH Ta PaliTOBOrO PYMHYBAHHS IIifl Yac eKCITyaTariii.

Merta po60TH aHTIJIiHCHKOIO:

Development of recommendations regarding the ratio and hardness levels at the wheel-rail interface-based on
research findings on structural changes occurring during impact-abrasive wear—aimed at preventing the
development of fatigue cracks and sudden failure during operation.

IIpiopuTeTHHI HaNIpsIM PO3BUTKY HayKH i TEXHIKHU: HoBi pevoBynHY | MaTepianu

CrpareriyHui NpiopUTETHHUI HAIIPSIM iHHOBaLiHOI AiSJIBHOCTI:

Bupn pOGOTH: [TpukiagHi HAyKOBI TOCJIiI>KEHHS

OuikyBaHi pe3yJIbTaTH: Marepiasnu; Metonu, Teopii, rinoresu; AHamiTryHi MaTepianm

I'aJIysb 3aCTOCYBaHHSI: MeTanypris, rocrnojapcbKa JisbHiCTh, METAIONPOAYKIid 3a/1i3HUYHOrO NIPU3HAYEHHS
KepiBHUKH po6OTH

BiacHe IIpizBuie Im'sa I10-6aThKOBI: Kononenko FanHa AHzipiiBHA

HaykoBHH CTYHiHB: 1. T. H.

BueHe 3BaHHS: c.1.



InenTudgikarop ORCID ID: 0000-0001-7446-4105

JoparkoBa iHdpopmamnist:

VII. Eranu BukonauHg JIiP
Homep eramy: 1

Ha3sBa eramny: JlocnimkeHHs 3MiH MIKPOCTPYKTYPY PEHOK MY yIapHO-abpasuBHOMY 3HOIIEHHI Ta KiHETHKU

BTOMHOTO i CTATUYHOTO PYMHYBaHHSA METaJly 3aJi3HUYHUX KOJIiC
IToyaToK eramy: 04.2026
3akiHyeHHs eTamy: 12.2026

Bup, 3BiTHOr0 JOKYMEHTA: OCTaTOYHUIA 3BiT

VIIL. Inpgekc YK, remaruyHi pyopuxu HTI

Inpexc YIK: 669.14.018.29:669.11;669.14.018.9:669.11, 669.14.018.29:669.11;669.14.018.9:669.11,
621.771.294:620.179:669.1.017

Koau TemaTHYHHUX PYOPHK: 53.49.13.05

IX. 3aKkJII0YHi BiZTOMOCTI

KepiBHHK mpnAHqui 0c06n babaueHKoO OﬂeKcaHﬂp IBaHOBUY
I. T. H., uieH-Kop. HAH Ykpainu, ctapummii HayKOBuUil CiBPOGITHUK

BigmoBigasbHUH 32 MiATOTOBKY Ibxurora M.T.

00JIIKOBHX JOKYMEHTIB

Tenedpon

PeecTparop Opuenko Tetsana AHaTosiiBHA

KepiBHuKk Bigginy YKpIHTEI, mpo €
BiZIOBiZaJIbHUM 32 peecTpallilo HayKOBOIi IOpyenko TeTsaHa AHaToiiBHA

OisIIBHOCTI




