PeecTpaninHa kaptka JIiP

I. 3arasibHi BimOMOCTI
Jep>kaBHUH peecTpaliliHuil HOMep: 0123U103146
Oco006J1uBi TO3HAYKH: BinKpura

JaTa peectpaunii: 07-07-2023

I1. IlizcTaBa AJis IpOBeAEHHS POOIT

Image not found or type unknow

IlincraBa ojist npoBemeHHs JiP: 34 - norosip (3aMOBJIEHHS) 3 LIEHTPaTbHUM OPraHOM BUKOHABYOI BIajy,

akazemiero HayK (TOJIOBHUMU PO3NOPSIHUKAMU OI0IpKeTHUX KOIITiB Ha rmposeneHHs HIIJIKP)

Hanpsam ¢inancyBaHHS: 2.1 - pyHmameHTasbHI DOCTiIKeHH ()

Ikepesia piHaHCYBaHHS

7713 - KOIITH AEP>KOIOAKETY

Kop, nporpamHoi kinacudikanii Bupgatkis i kpeguryBaHHs (KITKBK): 6541030

Y Tomy 4HcCIIi 10 pOKax:

2023

64.700 Tuc. rpH.

2024

130.000 Tuc. rpH.

3araspHui o6car ¢ginancysauHs: 194.700 Tuc. rpH.

I11. BizomocTi npo 3amoBHHuKa JIiP

IloBHe HaliMeHYBaHHS IOPUAUYHOI 0co0H (a60 ITIB ¢izuyHOi 0c00H): HauionanbHa akagemis Hayk

YKkpainu

Kopg 3a € IPIIOY: 00019270

Micue3HaxoaKeHHS: ByJI. Bononumupceka, 6ya. 54, m. Kuis, 01601, Ykpaina

dopma BiracHoCTI:

Cdepa ynpasiriHHS:

InenTudikarop ROR: He zacrocosyerscs
Poamip opranisanii:

Tenedon: 380442343243

IV. BizomocTi npo BukoHaBus JIiP



IloBHEe HaMEHYBaHHS IOPHIAHYHOI 0cooH (a60 ITIB PizmaHOi 0CO6H): IHCTUTYT MOHOKpPUCTATIIB

HanjionanpHoi akagemii Hayk YKkpainu

Kopg 3a €IPIIOY: 00210217

Micue3HaxoaKeHHS: npocnekT Hayku, 6ya. 60, M. XapkiB, XapkiBcbKuil p-H., XapKiscbka 0041, 61072, Ykpaina
dopma BiracHoCTI:

Cdepa ynpaBiriHHS: HaujonanbHa akazemis HayK YKpaitu

InenTudikarop ROR: He zacrocosyerscs

Poamip opranisaiii:

TenedoH: 380573410314, 380573410229, 380573410210

V. BimomocrTi npo cniBBUKoHaB1 s JIiP

VI. Bigomocri npo [JIiP
Ha3zBa po6oTH yKpaiHCBHKOIO:

JocmimKeHHs: 0COOIMBOCTEN CIIKaHHS Ta CTPYKTypU ONTUYHOI KepaMmiku YAG:Sm3+,Si4+,Mg2+

Ha3sBa po60oTH aHIJIilICBKOIO:

Sintering features and structure of YAG:Sm3+,Si4+,Mg2+ optical ceramics

MeTta po60TH YKpPaiHCBHKOIO:

BcTaHOBI€HHS BIJIMBY T€MIIEPATYPU KOHCOJifalii Ta CTPYKTypHUX Ae(deKTiB, 00YMOBIEHUX 3aMillleHHSIM aTOMHUX
no3uuif y cTpykTypi YAG retepoBajieHTHUMU JoMimkamu Si4+ Ta Mg2+, Ha 0co61BoCTi GOPMYBaHHS CTPYKTYPHO-
($a3oBoro crany, npouecu AuQy3siliHOro MacolepeHOCy Ta ONTHUYHI BJIACTUBOCTI NP0o30poi Kepamiky YAG:Sm3+.
BUrOTOBJIEHHS BEJIMKOrabapUTHUX €KCIIEPUMEHTAIbHUX 3Pa3KiB ONTUYHOI Kepamiku YAG:Sm3+ 1151 KepaMiyHUX

JIa3€pHUX CEPENOBUL CKIIAHOI apXiTEKTYPH.

Merta po60TH aHTIJIiHCHKOIO:

Studying the influence of the sintering temperature and structural defects caused by the substitution of atomic
positions in the YAG structure with Si4+ and Mg2+ heterovalent impurities on the formation of the structural
phase state, diffusion mass transfer processes, and optical properties of YAG:Sm3+ transparent ceramics.
Production of large-scale experimental samples of YAG:Sm3+ optical ceramics for ceramic laser environments of
complex architecture.

IIpiopuTeTHHH HANIpSIM PO3BHTKY HayKH i TEXHIKHU: HoBi pevoByHY | MaTepiany
CrpareriyHuii npiopUTETHHH HaNIPSIM iHHOBALLiHHOI Ais1JIbHOCTI:

Bupn pOGOTH: 39 - pyHmameHTasNbHA

OuikyBaHi pe3yJIbTaTH: Marepiain

l'asy3p 3aCTOCYBaHHS: MaTepialo3HaBCTBO

KepiBHHUKH po6OTH

BiacHe IlIpizBume Im's I10-6aTbKOBI: Bopona Irop Osnerosuy

HayKkoBHi1 CTYIIHB: k. {.-M. H.



BueHe 3BaHHS: crapiunii HAYKOBUII CITIBPOGITHYK
InenTudikarop ORCID ID:

JoparkoBa iHdpopmamnist:

VII. ETranu BuUKOHaHH4 1iP

Homep eramy: 1

Ha3Ba €Tamy: JociiKeHHs 0COO6IMBOCTEN CIIIKaHHS Ta CTPYKTYPU ONTUYHOI KepaMiku YAG:Sm3+,Si4+ Mg2+

IToyaTok eramy: 06.2023
3akiH4YeHHs eTamy: 12.2024

Buz 3BiTHOr0O JOKYMEHTA: OCTaTo4HMIA 3BiT

VIIIL. Inpexc YK, remaTtnyHi pyopuxu HTI
Inperc YIK: 539.216; 539.22; 538.910405; 548; 620.18

Koau TeMaTHYHHUX PYyOPHK: 29.19.04

IX. 3ak1104HI BiZOMOCTI

KepiBHHK I0pHAHUYHOL 0COOH

BignoBigasibHUI 3a HiATOTOBKY

00JIiKOBUX JOKYMEHTIB
Tenedon

PeectpaTtop

KepiBHuk Bigginy YKpIHTEI, mpo €
BiZIIOBiZaJIbHUM 32 peEeCTpallilo HAyKOBOi

OisIJIbHOCTI

[Iputyna Irop Muxannosuy
I. ¢.-M. H., 01.04.10
l'ony6nnya T.C.

+38 (057) 341-04-49

Opuenko T.A.



