PeecTpaninHa kaptka JIiP

I. 3arasibHi BimOMOCTI

Jep>kaBHHH peecTpaliliHui HOMep: 0121U110865

Oco006J1uBi TO3HAYKH: BinKpura

JaTa peecrtpamnii: 04-05-2021

I1. IlizcTaBa AJis IpOBeAEHHS POOIT

IlincraBa gjs IIPOBEAEHHSI HiP: 43 - pnacua ininiatusa (axuo poboTa BUKOHYETBHCS 3 BJIACHOI iHIlLliaTUBYU 32

Koty BUKOHaBLs HJIP abo 6e3KOTOBHO)
Hanpsam ¢inancyBaHHS: 2.1 - pyHmameHTasbHI DOCTiIKeHH ()

Ikepesia piHaHCYBaHHS

7704 - By1aCHi KOLITH, KOLITH MiANPHEMCTB, YCTaHOB, OpraHisaiii, ¢pizuyHoi 0coou Ha

BHKOHAHHS iHilliaTHBHHUX POOIT

Y Tomy 4HCIIi IO pOKax:

2021 1.000 Tuc. rpH.
2022 1.000 Tuc. rpH.
2023 1.000 Tuc. rpH.

3aranpHui oocsr ¢inancyBanHs: 3.000 TucC. rpH.

I11. BizomocTi npo 3amoBHHuKa [IiP

IloBHe HaliMeHYBaHHS IOPUAUYHOI 0coou (260 ITIB ¢izuyHOi 0c00H): Jlepauuii Bumumii

HaBYaJIbHUH 3aKjaj, "YKpaiHCbKUN eP>KaBHUN XiMIKO-TEXHOJIOTIYHUN yHIBEpCUTET"
Kopg 3a €IPIIOY: 02070758

Micue3HaxoaKeHHS: npoct. l'arapina, 6yz. 8, M. IHinpo, IHinpoBcbkuii p-H., JHinponeTpoBchKka 06:1., 49005,
Ykpaina

dopma ByracHoCTI:

Cdepa yIIpaBJIiHHﬂ: MiHicTepcTBO OCBiTH 1 HayKU YKpaiHu

InenTudikarop ROR: He zacrocosyerscs

Poamip opranisaiii:

TenedoH: 380567462706, 380567462668

IV. BizomocrTi npo BukoHaBus JIiP



IloBHe HaliMeHYBaHHS IOPUAHUYHOI 0coou (a00 ITIB ¢izuyHOi 0c00H): [lepkaBHuii Bulumii

HaBYaJILHUH 3aKiaf, "YKpaiHCbKUN eP>KaBHUN XiMIKO-TEXHOJIOTIYHUN yHIBEpCUTET"
Kopg 3a €IPIIOY: 02070758

Micue3HaxoaKeHHS: npocn. ['arapina, 6yz. 8, m. JIHinpo, JIHinpoBcbkuii p-H., JIHinponeTposchka 06:1., 49005,
Ykpaina

dopma By1acHoCTI:

Cdepa ynpaBiriHHS: MiHicTepCTBO OCBITH i HayKy YKpaiHu

InenTudikarop ROR: He zacrocosyerscs

Po3mip opranisamii:

TenedoH: 380567462706, 380567462668

V. BimomocrTi npo cniBBuKOHaBUs JIiP

VI. BizomocrTi npo JiP
Ha3sBa po6oTH yKpaiHCBHKOIO:

dopmyBaHHS CTPYKTYPHU Ta BIACTUBOCTEN €JIEKTPOKPUCTaIi30BaHUX CIJIABIB Mif BIJINBOM 30BHIIIHIX (aKTOPiB

Ha3sBa po60oTH aHIJIiHCHKOIO:

Formation of structure and properties of electrocrystallized alloys under the influence of external factors

MeTta po60TH YKpPaiHCBHKOIO:

JocninkeHHs rpoueciB GOpMyBaHHS CTPYKTYPH €J1eKTPOKPUCTai30BaHUX CILJIaBiB I/l BIIJIMBOM 30BHIIIHIX

(daxTopiB.

MeTta po60TH aHIJIiHCHKOIO:

Investigation of the processes of formation of the structure of electrocrystallized alloys under the influence of

external factors.

IIpiopuTeTHHI HaNIpSIM PO3BUTKY HayKH i TEXHIKH:

CrpaTeriyHuil NpiopUTETHUH HANIPSIM IHHOBALiHHOI AisAJIBHOCTI: OyHnamMeHTaNbHI JOCTIIKEHHS
Buz po6oTtn: 39 - bynnamenranbha

OuiKkyBaHi pe3yJIbTaTH: pekoMeHaLLji

l'any3s 3acTocyBaHHs: C 25.61 O6po6iieHHsI MeTasliB Ta HAHECEHHSI TIOKPUTTSI HA METAJIL.

KepiBHUKH po6OTH

BiacHe IlpizBuie Im'a I1o-6aThKOBI: Tipin Osner Bopucosuy

HayKoBHH CTYIiHB: 1.T.H.

BueHe 3BaHHS: nmpodecop

Inentudikarop ORCID ID:

JonaTkoBa iHdopmarist:



VII. ETranu BuKOHaHHs [IiP
Homep eramy: 1

Ha3sBa erany: ®opmyBaHHs CTPYKTYpPH Ta BJIACTUBOCTE! €JIEKTPOKPUCTANI30BAHUX CIUIABIB I1iJ] BIIIBOM

30BHIIIHIX (PaKTOPiB.
IloyaTok eTamy: 01.2021
3akiHYeHH4 eTamy: 12.2023

Bup, 3BiTHOr0 JOKYMEHTA: OCTaTOYHUIA 3BiT

VIIL. Inpgekc YK, remaruyHi pyopuxku HTI
Inperce YIIK: 669.017.01, 669.017:541.13; 621.783; 621.785; 681.785.369; 681.785.787

Koau TemaTHYHHUX PYOPHK: 53.49.01

IX. 3aKkJII0YHi BiZTOMOCTI

KepiBHHK IOPHANYHOI 0COOH 3aityyk OsekcaHgp BikropoBud
I. T. H., 05.17.11
BignoBigasibHUMH 3a HiATOTOBKY Apxuriosa B.B.

00JIIKOBHX JOKYMEHTIB

Tenedon +38 (099) 265-76-24

PeecTpartop

KepiBHuKk Bigginy YKpIHTEI, mpo €
BiZIIIOBiZaJIbHUM 3a peECTpallil0 HAyKOBOIi IOpuenko T.A.

OisIIBHOCTI




