PeecTpaninHa kaptka JIiP

I. 3arasibHi BimOMOCTI

Jep>kaBHUH peecTpaniliHUIl HOMep: 0125U003603

Oco006J1uBi TO3HAYKH: BinKpura

JaTa peecrtpamnii: 15-10-2025

I1. IlizcTaBa AJis IpOBeAEHHS POOIT

IlincraBa gjs IIPOBEAEHHSI HiP: 43 - Bnacua ininjatusa (sxwo JIiP BUKOHYy€ETbCS 3 BJIACHOI iHilliaTUBU 3a

KOILITH BUKOHABIS a60 GE3KOIITOBHO)

Hanpsam ¢inancyBaHHS: 2.2 - [IpukiiaiHi HayKOBi JOCIIIIKEHHS | HAYKOBO-TEXHI4HI (€KCIIEPUMEHTAJIbHI)
PO3pooKH ()

I>kepesia piHaHCYBaHHS

7706 - Be3onJaTHO (ZOTrOBip IIPO HAYKOBO-TE€XHiYHE CIiBPOOGITHHIITBO, TOIL0)

I11. BizomocTi npo 3amoBHHuKa [IiP

IloBHe HaliMeHYBaHHS IOPHIHYHOI 0coou (a6o ITIB iznuyHO0i 0cO6H): XapkiBcbKuil HALLIOHATIBHNIA

aBTOMOOIIbHO-IOPO>KHill yHIBEpCUTET

Kopg 3a €IPIIOY: 02071168

Micue3Haxoa>KeHHS: By SIpocyiasa Myaporo, Xapkis, XapkiBcbkuii p-H., 61025, Ykpaina
dopma ByracHOCTI: [lepxkasna

Cdepa ynpaBiriHHS: MiHicTepcTBO OCBITH | HayKK YKpaiHu

Inentudikarop ROR:

Poamip opranisaiii:

Tenedon: 380577003864

IV. Bimomocri npo BukoHaBus JIiP



IloBHEe HaHMEHYBaHHS IOPHIAHYHOI 0cooH (a60 ITIB pizsmaHO0i 0COOH): XapKiBCbKUIl HALLIOHATIBHUIA

aBTOMOOIJIbHO-[IOPO>KHI YHIBEpCUTET

Kopg 3a €IPIIOY: 02071168

Micue3Haxoa KeHHS: By Spocnasa Myaporo, XapkiB, XapKiBchkuil p-H., 61025, Ykpaina
dopma BracHOCTI: JlepxasHa

Cdepa yIIpaBJIiHHﬂ: MiHicTepcTBO OCBiTH 1 HayKU YKpaiHu

InenTudikarop ROR:

Poamip opranisaiii:

Tenedon: 380577003864

V. BimomocrTi npo cniBBUKoHaB1 s JIiP

VI. Bigomocri npo [JIiP
Ha3zBa po6oTH yKpaiHCBHKOIO:

EnexTpoxiMiuHi IpolLiecy 3a y4acTIO METaJliB Ta CIVIABiB Ta IEPEPOOKA BiANIPallbOBAHUX METAJIBMICHHUX

TEXHOJIOTIYHUX PO3YVHIB

Ha3sBa po60oTH aHIJIiHCHKOIO:

Electrochemical processes involving metals and alloys and processing of spent metal-containing technological
solutions

MeTta po60TH YKpPaiHCHKOIO:

BusHaueHHs MexaHi3My KOPO3ii Ta yMOB NiJBUIIEHHS €(EKTUBHOCTI IPOTUKOPO3iHOI0 3aXUCTY METAJIEBUX
KOHCTPYKLii, po3p00Ka OCHOB [IEPEPOOKU Bif[TpalbOBAHMX METAJIBMiCHUX TEXHOJIOTIYHUX PO3UMHIB 3 OTPUMAHHSIM

KOPUCHUX NPOIYKTIB.

Merta po60TH aHTIJIiHCHKOIO:

Determination of the corrosion mechanism and conditions for increasing the effectiveness of anti-corrosion
protection of metal structures, development of the basics of processing spent metal-containing technological
solutions to obtain useful products.

IIpiopuTeTHHI HanIpsIM PO3BUTKY HayKH i TEXHIKH:

CrpareriyHui NpiopUTETHUI HANIPSIM iHHOBaLiHHOI AiSIJIBHOCTI: 1lIupoKe 3aCTOCYBAaHHS

TEXHOJIOTi} 6iJIbII YMCTOr0 BUPOOHMIITBA TA OXOPOHYU HABKOJIMIIHBOT'O IPUPOIHOTO CEPEeIOBUIIA
Bupn poGOTH: [IpuksasiHi HAyKOBi NOCIIKEHHS

OuikyBaHi pe3yJIbTaTH: MeToau, Teopii, rinoresu

T'asy3s 3acTOCyBaHHS: JlocimkeHHs i pO3POOKY B rasTy3i TEXHIYHUX HAYK

KepiBHHUKH po6OTH

BiacHe IlIpizBuie Im'sa I10-6aTbKOBI: Henacrina Terana OnekcanzpisHa

HayKoBHH CTYIiHB: 1. T. H.



BueHe 3BaHHS: npood.
InenTudikarop ORCID ID:

JoparkoBa iHdpopmamnist:

VII. ETranu BuUKOHaHH4 1iP
Homep eramy: 1

Ha3sBa eramny: EnexrpoximiyHi nporecy 3a yyacTio MeTasliB Ta CIIJIaBiB Ta epepo6Ka BiApalboBaHUX

METaJIBMiCHUX TEXHOJIOTIYHMX PO34MHIB
IToyaToK eramy: 09.2025
3akiHYeHHs eTamy: 08.2026

Bup, 3BiTHOr0 JOKYMEHTA: OCTaTOYHUIA 3BiT

VIIL Inpgekc YK, remaruyHi pyopuxku HTI
Inperc YIIK: 669.2/.8.018.8, 66.087.7, 667.6:673.15:67.08

Koau TemMaTHYHHX PYyOPHK: 53.49.15.11, 53.03.17.31

IX. 3aKkJII0YHi BiTOMOCTI

KepiBHHK I0PUAUYHOL 0COOH Amurpies s AuzpiiioBuy
I. €. H., npodecop, 08.00.04

Bi,I[HOBi,ILaJIbHHfI 3a l'Ii,I[I‘OTOBKy HpI/UIeHO AHacracig BiKTOpiBHa

00JIIKOBHX JOKYMEHTIB

Tenedpon 0974948175

PeecTparop Opuenko Tetsana AHaTosiiBHa

KepiBHuKk Bigginy YKpIHTEI, mpo €
BiZIIOBiZaJIbHUM 3a peecTpallilo HayKOBOi IOpuenko TeTsHa AHaTosiiBHA

OisIIBHOCTI




