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I. 3arasibHi BimOMOCTI

Jep>kaBHUH peecTpaniliHHI HOMeP: 0124U002301

Oco006J1uBi TO3HAYKH: BinKpura

JaTa peectpaunii: 04-03-2024

I1. IlizcTaBa AJis IpOBeAEHHS POOIT

IlincraBa ojist npoBemeHHs JiP: 34 - norosip (3aMOBJIEHHS) 3 LIEHTPaTbHUM OPraHOM BUKOHABYOI BIajy,

akazemiero HayK (TOJIOBHUMU PO3NOPSIHUKAMU OI0IpKeTHUX KOIITiB Ha rmposeneHHs HIIJIKP)
Hanpsam ¢inancyBaHHS: 2.1 - pyHmameHTasbHI DOCTiIKeHH ()

Ikepesia piHaHCYBaHHS

7713 - KOIITH AEP>KOIOAKETY

Kop, nporpamHoi kinacudikanii Bupgatkis i kpeguryBaHHs (KITKBK): 6541030

Y Tomy 4HcCIIi 10 pOKax:

2024 70.000 Tuc. rpH.

3aransHui oocsr ¢inancysanHs: 70.000 Tuc. rpH.

I11. BizomocTi npo 3amoBHHuKa [IiP

IloBHe HaliMeHYBaHHS IOPHAHYHOI 0coou (a6o ITIB PpiznyHO0i 0c06H): HaujoHanbHa akazemis Hayk
YKpainu

Kopg 3a €IPIIOY: 00019270

Micueanaxo,szeﬂﬂaz ByJI. Bononumupceka, 6ya. 54, m. Kuis, 01601, Ykpaina

dopma BaacHoOCTI:

Cdepa ynpaBiiHHS:

ImentTudikarop ROR: He zacrocoyerbcs

Poamip opranisauii:

Tenedon: 380442343243

IV. Bimomocri npo BukoHaBus JIiP



IloBHEe HaMEHYBaHHS IOPHIAHYHOI 0cooH (a60 ITIB PizmaHOi 0CO6H): IHCTUTYT MOHOKpPUCTATIIB

HanjionanpHoi akagemii Hayk YKkpainu

Kopg 3a €IPIIOY: 00210217

Micue3HaxoaKeHHS: npocnekT Hayku, 6ya. 60, M. XapkiB, XapkiBcbKuil p-H., XapKiscbka 0041, 61072, Ykpaina
dopma BiracHoCTI:

Cdepa ynpaBiriHHS: HaujonanbHa akazemis HayK YKpaitu

InenTudikarop ROR: He zacrocosyerscs

Poamip opranisaiii:

TenedoH: 380573410314, 380573410229, 380573410210

V. BimomocrTi npo cniBBUKoHaB1 s JIiP

VI. Bigomocri npo [JIiP
Ha3zBa po6oTH yKpaiHCBHKOIO:

BrockoHaneHHS TeXHOJIOTI ofep>kKaHHsI ONTUYHOI Kepamiku LIISIXOM ONTHUMi3aLii MOp¢oJIorii BUXiIHAX KOMIIAKTiB

Ha3sBa po60oTH aHIJIilICBKOIO:

Improvement of the technology of obtaining optical ceramics by optimizing the morphology of the initial compacts

MeTta po60TH YKpPaiHCBHKOIO:

[ToxpaleHHs ONTUYHOI IKOCTi Kepamiku YAG:Sm3+, 0 OePKY€eThCS 32 TEXHOJIOTI€I0 TBEPAO(PAZHOTO PEaKLiiiHOro

CITiKaHHA

MeTta po60TH aHTIJIilCHKOIO:

Improvement of the optical quality of YAG:Sm3+ ceramics obtained by solid-phase reaction sintering technology

IIpiopuTeTHHH HANIPpSIM PO3BHTKY HayKH i TEXHIKHU: HoBi pevoByHY | MaTepiany
CrpareriyHuii NpiopUTETHHHA HaNIPSIM iIHHOBALLiHHOI AisJIbHOCTI:

Bupn pOGOTH: 39 - pyHgameHTaNbHA

OuikyBaHi pe3yJIbTaTH: MeToau, Teopii

l'asy3b 3aCTOCYBaHHS: disuka

KepiBHHKH po60OTH

BiacHe IlIpizBume Im's I10-6aTbKOBI: Bopona Irop Osnerosuy

HayKkoBHi#1 CTYIIHB: K. {.-M. H.

BueHe 3BaHHS: crapiunii HAYKOBUII CITIBPOGITHYK

InenTudikarop ORCID ID:

JopaTrkoBa indpopmamnist:



VII. ETranu BuKOHaHHs [IiP
Homep eramy: 1

Ha3Ba eramny: BnockoHaneHHs TEXHOJIOTi oflep>KaHHs ONITUYHOI KepaMiKy IUISIXOM ONTUMi3arii Mopgosorii

BUXiTHUX KOMIIAKTiB
IToyaTok eTamy: 03.2024
3akiH4YeHHs eTamy: 12.2024

Bup, 3BiTHOr0 JOKYMEHTA: OCTaTOYHUIA 3BiT

VIIL. Inpgekc YK, remaruyHi pyopuxku HTI
Inpere YIIK: 539.216; 539.22; 538.910405; 548; 620.18

Koau TemaTHYHHUX PyOpPHK: 29.19.04

IX. 3aKkJII0YHi BiZTOMOCTI

KepiBHUK IOPHAHYHOI 0COOH Ilputyna Irop Mnxainnosud
I. ¢.-m. H., 01.04.10

BignoBigasibHUMH 3a HiATOTOBKY Tony6uunya T.C.
00JIIKOBHX JOKYMEHTIB

Tenedpon +38 (057) 341-04-49

PeecTpartop

KepiBHuKk Bigginy YKpIHTEI, mpo €
BiZIIIOBiZaJIbHUM 3a peECTpallil0 HAyKOBOIi IOpuenko T.A.

OisIIBHOCTI




